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A
highly promising development in
nanophotonics is the use of plasmo-
nic antennas to interface near fields

and far fields.1�4 As opposed to conven-
tional dielectric optics that are bound by the
diffraction limit, plasmonic structures can
confine electromagnetic fields to very small
volumes, essentially by packing energy in
a joint resonance of the photon field and
the free electrons in the metal. As a conse-
quence, plasmonic structures are currently
viewed as ideal structures to interface single
emitters and single photons,5�16 as well as
to realize many types of field-enhanced spec-
troscopies, such as Raman spectroscopy,17�20

SEIRA,19,21�24 and fluorescence correlation
spectroscopy.25 Currently, most workers in
the field of nanoantennas target the basic
understanding and use of antennas in essen-
tially index-matched surroundings. We pro-
pose that all the exciting properties of
plasmonic nanoantennas can be used in
evenmore versatile ways, if it would be pos-
sible to excite and interrogate the antennas
efficiently in integrated photonic circuits.
Dielectric waveguides, such as high index
ridges on low index substrates, represent a

common and mature photonic integration
technology.26,27 We envision local integra-
tion of plasmonic antennas as a promising
route to enhance conventional dielectric
photonic circuits and to achieve excitation
and detection of plasmonic antenna reso-
nances in an integrated fashion. To ulti-
mately apply this combination of struc-
tures it is important to understand exactly
how antennas interact with waveguides,
that is, how the antenna scatters the wave-
guidemodes, and conversely how the wave-
guide affects the antenna resonance fre-
quencies, resonance profiles, and directivity.
Antennas that are of particular recent inter-
est are array antennas that consist of well
understood individual objects, such as me-
tal nanorods28 with a strongly anisotropic
polarizability, which are placed in arrays of
carefully engineered geometry.6,29�31 The
physics of these systems is that electrody-
namically retarded interactions set the
strength and phase of coupling between
elements, such that desired functionality
ensues from interference. For instance, Yagi�
Uda antennas15,29,30,32�34 are phased array
antennas that provide directionality to locally
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ABSTRACT For the purpose of using plasmonics in an integrated

scheme where single emitters can be probed efficiently, we experi-

mentally and theoretically study the scattering properties of single

nanorod gold antennas as well as antenna arrays placed on one-

dimensional dielectric silicon nitride waveguides. Using real space

and Fourier microscopy correlated with waveguide transmission

measurements, we quantify the spectral properties, absolute strength,

and directivity of scattering. The scattering processes can be well

understood in the framework of the physics of dipolar objects placed

on a planar layered environment with a waveguiding layer. We use the single plasmonic structures on top of the waveguide as dipolar building blocks for

new types of antennas where the waveguide enhances the coupling between antenna elements. We report on waveguide hybridized Yagi�Uda antennas

which show directionality in out-coupling of guided modes as well as directionality for in-coupling into the waveguide of localized excitations positioned at

the feed element. These measurements together with simulations demonstrate that this system is ideal as a platform for plasmon quantum optics schemes

as well as for fluorescence lab-on-chip applications.
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embedded fluorophores, due to constructive inter-
ference of the waves scattered by each antenna ele-
ment in the forward direction. While all the control
variables in terms of building block size and shape, as
well as the geometries that optimize interaction have
been investigated by many researchers,6,15,29,30,33�36

it is imperative to note that a strongly structured
embedding dielectric environment will not only
change the single building block response, but also
the retarded interactions. Therefore, it is important
to first study how single objects scatter when placed
on waveguides, and subsequently to explore how
array antennas function when placed on waveguides.
The interaction of sources and scatterers with 2D
stratified media and waveguides is a subject that
has attracted large interest for many applications
in optoelectronics, with as main application area
photovoltaics and light-extraction from LEDs. The
seminal work by Soller and Hall37 aimed at quantify-
ing the coupling efficiency of scatterers to layered
media now acquires new significance for plasmon
enhanced solar cells.38,39 In the framework of inte-
grated optics, many groups have studied the inter-
action of 1D and 2D periodic lattices of plasmon
strips,40 single plasmon strips, and particles41,42 with
1D and 2D waveguide modes also in the framework of
Rayleigh anomalies.43 In this work we are particularly
interested in 1D waveguides coupled to antennas that
are subwavelength phased array antennas, as opposed
to extended diffractive structures. A very interesting
recent theoretical study by Kekatpure44 has predicted
that rich coherent interactions of plasmon particles
and 1D waveguides can induce exciting phenomena,
such as plasmon induced transparency. A recent com-
prehensive experimental study of plasmon particle
arrays coupled to 1D waveguides was reported by
Février et al.,45 who employed near-fieldmeasurements
to show that the modes of arrays of gold scatterers
coupled to silicon waveguides may indeed hybridize
strongly with the waveguide mode.
In view of these exciting developments, it is highly

desirable to comprehensively quantify first how
strongly single plasmon building blocks couple to
waveguide modes, and how strongly waveguide
modes couple to radiation channels outside the wave-
guide. Such a comprehensive experimental study can
then in a second step be used as input to a toolbox
for designing phased array antennas. In this work we
follow this route, and furthermore include experimen-
tal measurements on the designed phased array an-
tennas to validate the toolbox. These measurements
show how we can achieve high contrast efficient
unidirectional coupling of localized excitations to the
waveguide, which can be controlled by wavelength.
These results are highly promising for designing and
realizing antennas to control the emission of single
emitters.

RESULTS

To study antennas coupled to dielectric waveguides,
we employ a setup that combines a fiber-coupled
end-fire setup with a confocal microscope as seen in
Figure 1a,b. The setup can be used in two configura-
tions, as further highlighted in the sketches presented
on the left side of the panels. In the first configuration
of the setup shown in Figure 1a we send light from a
supercontinuum laser into the waveguide using an
input fiber, and we quantify the waveguide transmis-
sion spectrally, as well as perform microscopy on the
out-of-plane scattering. In the second configurationwe
do not input any light into the waveguide directly but
instead study the reverse geometry. We quantify how
light coming from free space is coupled into the wave-
guide depending on where, and with what wave-
length, we excite the plasmon antenna. We quantify
the coupling by output that we pick up using fibers at
the two waveguide end facets. For a detailed descrip-
tion of all components in the setup, we refer to the
Methods section. The samples used for the experi-
ments are composed of gold antennas fabricated on
top of silicon nitride waveguides by aligned electron
beam lithography. A sketch of the structures used is
shown in Figure 1c. In this paper we discuss two dif-
ferent types of antennas, namely single rod 100 nm long
antennas and so-called Yagi�Uda antennas,6,15,29,30,33,34

Figure 1. Schematic overview of the experimental setup
(a and b) together with the representation of the two main
working modes. In panels c and d, the pictures present a
schematic viewof the sample used togetherwith a scanning
electron micrograph of a typical result of a fabricated Si3N4

waveguide with a deposited Au antenna.
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where we have used the design of Curto et al.6 but
now coupled to waveguides. One such Yagi�Uda
antenna defined over a Si3N4 waveguide is shown in
Figure 1d. While we have studied antennas on various
waveguide widths, all the data presented here are for
waveguides with widths of 1000 and 1500 nm and
strip heights of 100 nm. These waveguides combine a
single-mode character with high transmission through
the end-fire setup. The dispersion relations of these
waveguides as well as their mode profiles at different
wavelengths are shown in the Supporting Information
of this article. We estimate the electron beam alignment
accuracy of antennas to waveguides to be∼40 nm, that
is, far below any typical feature of the waveguide mode
structure.

Single Element Antennas on Waveguides. We first discuss
measurements on single rod antennas excited through
the 1000 nm width waveguides. These measurements
are intended to obtain the resonance frequency of the
single rod antennas. To obtain this information, trans-
verse electric (TE) polarized light is sent in through the
waveguide (channel 1 in Figure 1a), and light scattered
by the antenna into the air-half space is collected and
resolved on the spectrometer (channel 2). Figure 2b
(continuous black line) shows the spectrum of light
scattered into the air side of the sample by a 100 nm
rod antenna normalized to the input intensity with
which it is excited through thewaveguide according to
the normalization method presented in the Methods
section. The antenna spectrum shows a clear peak
centered around 750 nm, with a bandwidth of around
55 nm (fwhm). The resonance frequency is comparable
to resonance frequencies previously found for rods on
simple glass substrates.46�49 When collecting light
scattered by the antenna into the substrate underlying
the waveguides using the (SIL) solid immersion lens
system (seeMethods section onmicroscope setup), we
find that the resonance frequency is almost identical
(Figure 2b (dashed red line)). However, when compar-
ing the intensity of the light emitted into the different
media for quantitative reference, we find that a signal
approximately 2 times stronger is found into the quartz
substrate than into air, consistent with the fact that a
higher scattering intensity toward the high index
medium is expected from the radiation of dipoles on
top of a high index layered system.50 We conclude
from ourmeasurements that waveguide-addressing of
plasmon antennas allows for high signal-to-noise ratio
dark-field spectroscopy of single plasmon antennas
using collection of light both from the air side and from
the substrate side. This conclusion is highly promising
for integrated applications of plasmonic antennas in
sensing using integrated optics. Even more promising
is that detection in such a sensing scheme could also
occur via the waveguide itself. Indeed, we estimate
that a single nanorod antenna removes approximately
20% of the intensity in the waveguide mode out of the

transmission channel (see Supporting Information)
and redistributes it over waveguide reflection, absorp-
tion in the metal, and out-of-plane scattering. This
estimate results from transmission spectra normalized
to nominally identical blank waveguides. In the re-
mainder of this paper we focus quantitatively on this
redistribution for single antenna elements, and explore
how it can be controlled using multielement antennas.
To obtain a more comprehensive understanding of
how plasmon antennas scatter waveguide modes, we
analyze the scattered light further in terms of polariza-
tion and directionality. In the remainder of this paper

Figure 2. (a) Sketch of the experimental geometry relevant
for panels b�f, in which we collect out-of plane scattering
due to the antenna that is excited through the waveguide.
(b) Spectrumof the scattered intensity for a 100nm long rod
antenna on a 1000 nm width waveguide (continuous black
line) taken from the air side of the sample. (dashed red line)
taken from the glass side of the sample with a SIL. The
spectrum is normalized to the light offered to the antenna,
measured by integrating light scattered from roughness of
the waveguide adjacent to the antenna. Both peaks show
that the scattering of guided modes happens through a
resonant process. (c and d) Graphs of the measured radia-
tionpattern for the 100nm rod antenna, analyzed through a
vertical (c) and horizontal (d) linear polarizer. The white
circle indicates the NA of the Olympus objective (NA = 0.95).
The integration time for the vertical polarization is 1.45 and
30 s for the horizontal polarization. (e and f) Graphs of the
simulated radiation pattern analyzed through a vertical (e)
and horizontal (f) linear polarizer. Field values are calculated
at the position of the microscope objective, that is, 1.8 mm
from the sample plane. Thefields are normalized to Ey=1.7�
10�9 V/m, given a guided mode strength of 1 V/m. Graphs
c�f demonstrate that a 100 nm rod antenna located over a
multilayer substrate behaves as an electric dipolar scatterer.

A
RTIC

LE



BERNAL ARANGO ET AL. VOL. 6 ’ NO. 11 ’ 10156–10167 ’ 2012

www.acsnano.org

10159

we focus on a collection of light on the air side of the
sample, as the quality of our imaging system is far
superior in this configuration. Polarization analysis
shows that more than 90% of the light is scattered in
the polarization direction parallel to the direction of
the antenna (y direction in the reference frame de-
picted in Figure 1a). We have also studied 100 nm rod
antennas fabricated at various rotation angles relative
to the waveguide axis. As the antenna is rotated from
90� to 45� to 0� angle relative to thewaveguide axis, we
consistently find strong polarization of scattered light
collected on the air side of the sample along the
antennas axis. We have access to the directionality of
scattering by the single rod antennas using Fourier
microscopy, that is, by insertion of a Bertrand lens into
our imaging system. While the 100 nm line rod anten-
nas appear as diffraction limited points in spatial imag-
ing, interesting information is obtained when we look
at the scattered light by imaging the back focal plane
of the objective in this manner. At the air side (channel
2 in Figure 1a), the radiated pattern appears to be
distributed over a wide range of angles (up to sin θ =
0.7) relative to the sample normal (Figure 2c,d). Upon
polarization analysis with a linear polarizer in detection
we find a large contrast in integrated intensity. In
addition, the weak cross-polarized radiation pattern
is clearly distinct from the copolarized pattern in that it
consists of four separate lobes. Similar results were
reported in ref 51 for antennas excited using total
internal reflection on a prism. Clearly, waveguide ex-
citation is an efficient alternative to TIR for dark-field
Fourier microscopy. We note that the fact that the
radiation pattern extends somewhat outside the NA of
our objective indicates that diffraction by the spatial
selection pinhole blurs themeasured radiation pattern.
The radiation pattern found in the two polarization
channels for the 100 nm rod antenna in Figure 2c,d
bears the clear signature of an in-plane y-oriented
dipole placed on top of a Si3N4�SiO2 substrate. In
high-NA imaging, such a y-oriented dipole generates
cross polarized fields at very large angles due to the
huge refraction angles in the aplanatic imaging sys-
tem. The measured radiation pattern for the 100 nm
rod antenna, as shown in Figure 2c,d is in excellent
agreementwith the theoretical radiation pattern that is
expected for a dipolar scatterer positioned 30 nm
above a 2D layer system consisting of quartz and
silicon nitride as shown in Figure 2e,f. These theoretical
radiation patterns are calculated by using the analyti-
cally known far-field expansion of the Green's function
of a multilayered system, as explained in ref 50. In this
type of calculation the substrate is an infinitely extended
multilayered system composed of Air�Si3N4�SiO2,
thereby ignoring the finite width of the 1D waveguide
on SiO2. In this 2Dwaveguide geometry, we can perform
quantitative scattering calculations for arbitrary collec-
tions of antenna particles excited by waveguide modes

that we obtain by solving for the propagation constants
and mode fields of guided modes that are bound to the
Si3N4 waveguide. In this approach, the polarizability of
scatterers is taken as the electrodynamically corrected
quasi-static polarizability of a prolate spheroid.52 The
dynamical correction used in the calculations for the
polarizability is53

R5
�1 ¼ 1

R5static
I5 � Im[G5scatt(r0, r0)]þ Im[G50(r0, r0)] (1)

Here Rstatic is the static polarizability of a prolate
spheroid,G5scatt(r0,r0) is the Green's function of the layered
system as found in ref 54 evaluated at the position of the
scatterer r0; finally Im[G50(r0,r0)] is the imaginary part of the
free space Green's function. The satisfactory corre-
spondence between the measured radiation patterns
for antennas on 1D guides, and the theoretical figures
for 2D guides implies that the finite width of 1 μm of
thewaveguide used does not strongly alter the angular
distribution of light scattered out-of-plane. Arguably,
close inspection of the data shows that angular emis-
sion is narrowed in ky by the 1D waveguide compared
to the 2D system.

In-Coupling by a Single Dipole Antenna. As a comple-
mentary experiment on the antenna-waveguide sys-
tem, we have also performed the reverse, that is,
excitation from the far field and detection through
the waveguide (see Figure 1b). In this experiment a
diffraction limited focused spot is scanned over the
antenna and the light in-coupled into the 1500 nm
wide waveguide is acquired through the aligned op-
tical fibers at the waveguide end facets. The inset of
Figure 3 shows a plot of the maximum in-coupled
intensity for different positions of the scanned beam.
The 2D color plot, which could be viewed as a confocal

Figure 3. (Top) Sketch of the experimental geometry. We
excite the antenna from the air side, andmeasurehowmuch
light is coupled into the waveguide. (Bottom) spectrum of
the light collected at the waveguide end facets, that is, of
the light coupled into the waveguide upon excitation of the
scatterer. A clear plasmon resonance is observed. In the
inset we show a confocal raster scanning graph of in-
coupled intensity for different positions of the focused spot.

A
RTIC

LE



BERNAL ARANGO ET AL. VOL. 6 ’ NO. 11 ’ 10156–10167 ’ 2012

www.acsnano.org

10160

raster scanning graph, barring the fact that collection is
through the waveguide, and not through any objec-
tive, indicates that the light is being coupled into the
waveguide from a point that is approximately equal in
size, or less, than the diffraction limit. By calibration of
the spot to a white light image of the fabrication
markers, we ensured that the center of the maximum
in-coupled intensity coincides strictly with the antenna
position. At each position we furthermore collect
spectral information, as the incident beam has a broad
spectrum and the detected light is coupled into the
spectrometer. Figure 3 shows the spectrum at the
location of maximum in-coupling determined from
the 2D spatial raster scan.We find amaximumcoupling
from free space into the waveguide at a wavelength
around 750 nm across a bandwidth of 65 nm (fwhm).
The excellent correspondence of the in-coupling reso-
nance frequency with the scattering resonance we
observe when illuminating through the waveguide,
indicates that resonant in-coupling into thewaveguide
occurs at the same wavelength as scattering of the
waveguide mode by the antenna out of the wave-
guide. Also, the bandwidth agrees with the measured
bandwidth in the out-coupling experiment. However,
the spectrum in the in-coupling experiment has a tail
toward the near-infrared wavelengths due to the red-
shifted cutoff frequency of the 1500 nm wide wave-
guides compared to the 1000 nm wide waveguides
used to obtain Figure 2.

We now attempt to estimate the in-coupling effi-
ciency of light into the waveguide from the data
measured in Figure 3. In this experiment coupling from
the waveguide to the spectrometer used a metallized
tapered fiber tip at the waveguide end facets to reduce
stray light contributions such as grazing light coupled
to the SiO2 substrate. Unfortunately, the use of this
metallic tip makes it difficult to find a quantitative
coupling efficiency of antenna to waveguide, as the
waveguide-to-fiber efficiency is imprecisely known. On
the basis of in-coupling intensity data of 10 kcts/s at
750 nm, knowing that the irradiance factor for our
spectrometer is 12.86 kcts/s/(μW/(cm2/nm)) at 750 nm,
we can calculate an in-coupled irradiance of 0.77
μW/(cm2

3 nm) in the spectrometer, when using a free
space focused beam with an irradiance of 1.56 �
108μW/(cm2

3 nm), an estimated fiber collection effi-
ciency of 10�4, an efficiency in the single mode to
multimode fiber coupling of 10%, and a loss in the
waveguide of 10�2. With this data we estimate in-
coupling efficiencies on the order of 1%, for diffrac-
tion limited in-coupling beams. Unfortunately, the
experimental uncertainties especially regarding the in-
coupling of the signal into the detection fibers, imply
that our experimental estimate is not more accurate
than approximately 1 order ofmagnitude. To obtain an
independent, and possibly more precise estimate, we
turn to theory. We use the model of a dipolar scatterer

on top of a 2D waveguide as explained before. We find
the efficiency with which such a scatterer couples light
into the waveguide in two steps. First, we find the
extinct power, that is, the power that is removed from a
planewave incident from the air due to the presence of
the scatterer. The extinct power is defined as

Pext ¼ ω

2
Im(pB 3 EB

�
o) (2)

Furthermore, the power that the induced dipole
moment radiates into the far field barring the wave-
guide mode can be calculated from the dyadic Green's
function far-field expansion that can be found in ref 50.
The difference in extinct power and far field radiated
power equals the power coupled into the waveguide,
plus thepower absorbedby theparticle due to losses.We
find (assuming aplanewave excitation) that the coupling
efficiency strongly depends on the height of the single
rod antenna with respect to the waveguide as shown in
Figure 4c (green curve). This dependence reflects the
strong spatial dependence of both the guided mode
contribution, and radiative mode contribution to the
local density of states of stratified waveguide systems.
We predict a maximum incoupling þ absorption of
∼48% for particle heights 30 nm from the waveguide.
This in-coupling decays exponentially with distance

Figure 4. (a) Sketch of the calculations shown in panel c. In
these calculations a plane wave is sent toward the antenna
from the air side and the efficiency of absorption plus
scattering into the waveguide mode is calculated. (c)
(green line) Ratio between guided plus absorbed power
to extinction power for plane wave excitation of the anten-
na found for a single rod antenna element at different “z”
distances from the waveguide at 755 nm. (blue, black, and
red line) Using a height of 30 nmmultielement antennas (2,
3, and 4 elements) are investigated for different distances
“d” between elements composed of 100 nm Au rod anten-
nas. (b) Sketchof the calculations shown in panel dwhere an
emitter is positioned 30 nm above the first element of an
antenna to calculate the absorption efficiency plus emission
efficiency of the antenna into the guidedmode. This ratio of
in-coupled and absorbed light to extinct power is presented
for multielement antennas (2, 3, and 4 elements) as a
function of the distance between the elements when the
antenna is being excited with the dipolar emitter located
above the first element of the array. Horizontal axes are in
units of 2π/β = 0.493 μm which is the wavelength of the
guided mode at 755 nm.
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from the waveguide and stabilizes at 30% at distances
around 2 μm from the waveguide. Since significant in-
coupling is not expected for such large distances we
estimate that this 30% corresponds to absorption in
the particle. Taking that as a measure for absorption,
we conclude that a particle just above the waveguide
will couple approximately 20%of the light that it harvests
from the input beam into the waveguide. The remaining
80% is split between far field (50% of extinct power) and
absorption (30% of extinct power). It is important to
notice that these numbers indicate the efficiencies with
which the power is distributed in the different radiation
channels relative to the total power that couples to the
dipolar scatterer. To convert these relative efficiencies to
actual cross sections, one needs to determine what the
absolute extinction cross section of the particle is. The
overall extinction cross section is anticipated to be at
most 0.16 μm2, that is, 1.2 times smaller than the diffrac-
tion limit. To conclude, a single particle illuminated by a
diffraction limited beam can couple approximately 20%
of the incident energy into thewaveguide, in accordwith
the crude measured estimate.

The constraint of fairly large absorption (30%),
which in our system is due both to the gold and to
the underlying Cr adhesive layer, can be mitigated by
shifting the operation range further to the NIR using
larger particles, or by swappingAu for silver. In this case
a protective dielectric could be required to avoid
particle degradation. Such capping is expected to also
be beneficial optically, as it would pull the waveguide
mode up toward the particle, thereby likely enhancing
the coupling efficiency.

Multielement Antennas. We now turn to multielement
antennas, where we can apply our understanding of
the operation of single-element antennas to improve
the absolute in-coupling cross section, albedo, and
directivity, similar to the functionality of free space
Yagi�Uda antennas.6,15,30,34 An important realization
is that if we have a dielectric system that consists of
planar waveguides or 1D waveguides, understanding
coupled systems is a two-step process. First, the in-
duced dipole moments in N particles will be set by50

pfn ¼ R5[E
f

in( r
f
n)þ ∑

m 6¼n

G5( rfm, r
f
n)pfm� (3)

where the driving field Efin( r
f
n) is a solution to the

antenna-free problem, such as a waveguide mode, or
far field illumination. The Green's function G5( rfm, rfn) of
the waveguide system quantifies the particle interac-
tions as they aremediated throughwaveguide, substrate,
and air cladding layer. The second step in understanding
the physics of multielement antennas is that the near
fields, far fields, etcetera, are found by coherent super-
position of the single-element properties as50

E
f
( r
f
) ¼ ∑

n

G5(rf, rfn)pfn (4)

It is this second step, for which we have quantified
properties above, that ensures that multielement an-
tennas can control directivity, albedo, etc., just as for
antennas in free space.6,15,30,34 The linear superposi-
tion principle will, for instance, imply that the radiation
pattern into free space and waveguide of a multi-
element antenna equals that of a single-element an-
tenna (form factor) multiplied with a structure factor
that depends on where the different elements are
placed. As a consequence, light can never be redir-
ected into directions intowhich the single elements do
not radiate, but light can be significantly redistributed
through interference between the different channels
into which the single elements do radiate. Thus, one
can for instance seek to obtain enhanced radiation into
the waveguide and suppression of radiation into sub-
strate and air, through destructive interference.

Given that plasmon particles couple strongly to
each other both directly and through coupling media-
ted by the waveguide one can design multielement
antennas with different final purposes. One design
goal is to achieve antennas thatmaximize the coupling
of incident plane waves into the waveguide. Another
design goal is to achieve an antenna which maximally
couples energy from a single dipolar emitter into the
guided mode. The latter would essentially constitute a
waveguide-coupled plasmon Yagi�Uda antenna. Here
we consider both design goals. First we focus on opti-
mum structures for coupling plane wave excitation
incident from the air side into the waveguide using the
dipolar antenna building block at fixed height. The
point of this example is not to design a structure that
replaces conventional end-fire in-coupling, as mode
matching to waveguide end facets evidently always
has the best potential for in-coupling. Rather, we aim to
show how our toolbox can be used to design antennas
with an ultrasmall footprint (below 1 μm length) that
harvest light from out-of-plane directions very well.
Such a scenario could be relevant for, for example, de-
tectors or future applications in which vertical optical
interconnects are desired on multilayer optoelectronic
devices.55 As an optimization parameter, we scan the
distance between elements and evaluate the coupling,
as shown in Figure 4c. On the x-axis we plot the
distance between elements in units of the guided
mode wavelength λwaveguide at 755 nm. We find max-
imum in-coupling at distances which are n times
λwaveguide (with n an integer) and minimum when the
distance is (n þ 1/2) times λwaveguide. Since the scat-
terers are driven in-phase, the arrangement essentially
reflects that just a few particles already result in the
well-known effect of a grating coupler that can boost
incoupling by a factor ∼2 to 3.

As a second example, more appropriate for extend-
ing plasmon quantum optics to waveguide integrated
systems, we consider the scenario of a waveguide
coupled Yagi�Uda antenna. Here, the design goal is
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to couple the radiation of a single dipolar emitter, such
as a localized molecule, quantum dot, or diamond NV
center selectively and unidirectionally to a singlewave-
guide mode. The design goal is hence for the radia-
tion of antenna elements and dipole to add up destruc-
tively everywhere, except in the waveguide. In this
case, a dipolar emitter is located 30 nm above the first
element of the antenna. This emitter generates the
driving field Efin( r

f
n) over the n elements of the antenna.

With this field we calculate the induce dipolar mo-
ments of the antenna elements which subsequently
are used to find the scattered field, as explained earlier.
In Figure 4d we plot the incoupling þ absorption rate,
as a function of the distance between the directors in
the antenna array. As in Figure 4c we plot distance
in units of the waveguide mode propagation wave-
length. A maximum in-coupling is found for a range of
separation distances centered around∼ λwaveguide/4 at
755 nmand ranging from∼0.1 to∼0.45 λwaveguide. This
range is commensurate with the standard rule of
thumb for free space Yagi�Uda antennas, that the
spacing needs to be around λ/3, and below λ/2 to avoid
multiple lobes. However, in this case the criterion uses
the wavelength of the waveguidemode. The optimum
design hence depends on the dispersion of the wave-
guide. As regards to in-coupling efficiencies, this cal-
culation predicts that less than 20% of the emission is
directed out-of-plane into either air or substrate. At the
same time, 80% of the emission that is captured by the
waveguide will be directed in a narrow forward lobe,
with an angular distribution in a half angle cone of 37�
inside the 2D Si3N4 layer. We note that Yagi�Uda
antennas realized so far have been essentially free-
space designs placed for practical reasons on air/glass
interfaces.6,29,30 In this scenario, a directional beam
results, that is however completely directed into the
glass, along the critical angle for the air�glass inter-
face.34 The utility of this form of directionality for on-
chip applications is very limited, as the directional
beam is directed out-of-plane. Here we show that this
limitation can be entirely overcome by placing the
Yagi�Uda concept into, or on a waveguiding dielectric
structure. Our calculation shows that even moderate
waveguide confinement strongly influences the direc-
tionality to be entirely in-plane and into the guided
mode. Thereby, theYagi�Uda�waveguide combination
could be a promising route to plasmon quantum optics.
This route should be contrasted to, for instance, the
plasmonic nanowire paradigm5,9,55 that foresees quan-
tumoptics in networks inwhich the excitation remains in
dark plasmons throughout. The utility of waveguide
coupled antennas is that flying qubits experience en-
tirely lossless transport through established dielectric
technology, and conversion to plasmons for light-matter
interaction is localized to the sites where it is needed.

Measurements of Waveguide Excited Multielement Antennas.
The Yagi�Uda antennas that we fabricated on top of

the Si3N4 waveguides have a director periodicity of
183 nm or 0.32 3 λwaveguide at antenna resonance
(vacuum wavelength 830 nm), well in the range pre-
dicted to provide directional behavior according to the
theory of the previous section (Figure 4d). We investi-
gated the Yagi�Uda antennas using the same meth-
odology applied to the single-object nanoantennas.
The measurements are shown in Figure 5. The spec-
trum of the guided mode scattering into the air side of
the sample shows a resonance at a wavelength of
830 nm, as shown in Figure 5a. This resonance is
significantly red-shifted compared to the resonance
of single plasmon particles in Figure 2. In part this shift
is due to the fact that the antenna elements are slightly
longer than the 100 nm rods, causing a redshift of the
resonance in each particle. In another part, this shift is
due to the fact that the antenna response of Yagi�Uda
antennas is red-shifted by plasmon hybridization,57 as
reported already in refs 15 and 33. Contrary to the case
of a single rod antenna, the spectrum furthermore
strongly varies depending on the part of the antenna

Figure 5. This figure showsmeasurements of the scattering
of the guided mode to free space modes carried out on a
Yagi�Uda antenna on top of a 1000 nm width waveguide.
(a) Normalized spectrum of the scattering into the free space
of the guided mode by the antenna. (b) Confocal scans over
the sample plane of the scattering due to the antenna. As
sketched in the cartoons on the top right side of the graph,
the reflector is located at the left side of the image and the
directors are located at the right side of the image. The beam
is incident from the right side through channel 1 and the
scattering out-of-plane is measured in the air side through
channel 2. The graphs in panel b show different frequencies
measured when focusing at different positions in the sample
plane. (c) Fourier images of the Yagi�Uda antenna for the
scattered light coming from the guided modes. The images
are acquired with a CCD camera and the different ranges of
wavelength are selected using bandpass filters with 40 nm
fwhm. These graphs show that the antenna on the substrate
has directionality in its scattering. The integration times are
9.64 s for 700nm,3.09 s for 750nm, 1.45 s for 800nm,6.6 s for
850 nm, and 30 s for 900 nm.
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fromwhich the light is detected by our imaging system
(see Figure 5b). In fact in a spectrally resolved raster
scan of the antenna one can visualize two clearly
distinct zones which change relative intensity depend-
ing on the wavelength. Naively one might assume that
a confocal scan reports an image of the local field
intensity |E|2 at the antenna, blurred by the diffraction
limit. In this view, the appearance of distinct bright
zones at different wavelengths would indicate spatial
localization of induced dipole moments |p|2 along
the chain, similar to that reported by de Waele et al.33

In reality, more information is hidden in our data, since
image formation is a coherent process that actually
results from interference of radiation from all the
dipoles in the sample plane on the confocal pinhole.
Thus, phase information is also hidden in the confocal
images, and the collected spatial distribution should
not be interpreted simply as a map of |p|2 with
Gaussian blurring due to the diffraction limit. We have
performed calculations [see Supporting Information]
that include the interference in the image formation
process using the amplitude and vector microscope
spread function of confocal microscopy,50 similar to
the calculations used to support the measurement of
wavelength-tunable localization of dipole excitations
on plasmon chains in index-matched environments
reported in ref 33. Our calculations confirm that simply
changing the input wavelength strongly changes both
the spatial distribution of induced dipole strengths,
as well as the distribution of phases excited along
the array. For instance, having all elements in phase
results in the antenna appearing as a bright entity in
the confocal scan (Figure 5b, 900 nm wavelength).
Conversely, for wavelengths where the antenna lights
up as two distinct regions (Figure 5b, λ < 800 nm),
a 180� phase jump occurs in the induced dipole
moments along the length of the plasmon chain.
To conclude, the spatialmaps prove that the Yagi�Uda
antenna indeed acts as a phased array, driven coher-
ently by the waveguide mode.

The spatial mapping shows that, depending on
excitation wavelength, the amplitude and phase of
the dipole excitations on the particle chain is strongly
varying. It is exactly this physics that gives rise to the
interference that makes a Yagi�Uda antenna direc-
tional. Indeed, an excellent way to assess the coupling
between antenna particles is tomap radiation patterns
for different driving conditions. We measure the radia-
tion patterns on the air side using our Fourier plane
imaging. We select distinct wavelength slices using
40 nm bandwidth band-pass filters placed in front of
the CCD camera. The scattering into the air side shows
strong directionality with a distinct wavelength depen-
dence (Figure 5c). From these measurements we see
that Yagi�Uda antennas, when placed over a wave-
guide system, continue presenting directionality in
their scattering. At 850 nm close to the scattering

resonance the scattering in the forward direction is
maximum. Far from resonance at 700 nm the backward
directed scattering and the forward directed scattering
have the same intensity. The scattered light is highly
polarized in the direction parallel to the antenna
elements, with a polarization ratio > 1:9. In conclusion,
Yagi�Uda antennas on top of waveguides allow spec-
trally controllable directional out-coupling of wave-
guide modes, as well as wavelength and excitation
direction-dependent control of amplitude and phase
along the length of the antenna, very similar to observa-
tions recently made in scattering experiments.15,33 Such
tunable radiation patterns upon local driving, and re-
ciprocally such tunable response upon far field driving
can be viewed as a poor mans version of coherent
control, where the phase and amplitude of driving serve
to optimize hot spots or directionality.58�60We envision
that the localization and directionality could be further
optimized in future experiments by using ultrafast
femtosecond waveguide excitation and pulse shaping
strategies.61 As a possible application one can envision
the use of this platform of waveguide-addressable
spatially tunable hot spots for, for instance spatially
cross correlated spectroscopies, such as fluorescence
correlation spectroscopy.25

In-Coupling by a Yagi�Uda Antenna. As a final aspect of
our experiment, we report on the in-coupling into the
waveguide mode of a 1500 nmwaveguide that can be
achieved by raster scanning a focused spot over the
antenna. Our theory has shown that for in-coupling of
plane waves a multiple of λwaveguide spacing is optimal
so that a grating coupling effect aids in-coupling. The
Yagi�Uda antenna that we explore in this work is
evidently not an ideal structure for incoupling plane
waves, owing to its much smaller periodicity. Indeed,
Yagi�Uda antennas are designed for incoupling loca-

lized excitations rather than plane waves. For diffrac-
tion limited illumination of just a few antenna elements
one might approximate such localized excitation by
almost achieving a situation in which just one element
of the antenna is excited. Excitation of just the plas-
monic feed element by a focused beam can thereby be
used as an experimental probe of antenna directivity
that mimicks localized excitation by a molecule in a
scattered signal, as realized by Kosako and Hoffman for
antennas on an air-glass interface.30 Therefore, we
record scattering into the forward and backward wa-
veguide direction as a function of where we illuminate
the antenna with a tight focus. Surprisingly, as in
scattering, two distinct zones of high in-coupling are
found when we collect the signal in both waveguide
branches, and integrate over the full white light spec-
trum. Using spectrally resolved detection we assess
wether these two zones of efficient in-coupling, one of
which is at the feed element of the antenna, and the
other of which is at the directors, are associated with
the same or with different spectral features in the light
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that is coupled into both waveguide ends. In Figure 6b
we plot the spectrum that is collected at both the
forward, and the backward waveguide end when we
excite the directors of the antenna. When the excita-
tion spot is focused on the directors, almost identical
spectra emerge from both waveguide ends. In stark
contrast, when the excitation spot is focused on the
reflector side of the antenna, that is, largely on the feed
element, the spectra that emerge at the two wave-
guide ends are very different from each other. At the
end facet corresponding to the backward direction
(reflector side of the antenna), we obtain a spectrum
that is significantly blue-shifted from the spectrum
retrieved at the forward direction end facet. The steep
gradient in the spectra around 830 nm imply that it is
possible to completely reverse the direction of the in-
coupled beam that is launched into the waveguide
with a very high contrast, simply by a small change in
excitation wavelength. This behavior is reciprocal to
the strongly dependent receiver response of antenna
arrays that is expected to swap directionality as the
excitation wavelength is swept through cutoff, a phe-
nomenon first reported for plasmonic antennas in

experiments by de Waele et al.33 To conclude we
demonstrate that for localized excitations created
by a focused spot at the feed element, Yagi�Uda
antennas present directional coupling into the 1D
waveguide. This in-coupling process is spectrally cen-
tered around ∼830 nm which is the same resonance
frequency as for the resonant scattering of guided
modes into free space.When examining the in-coupling
count rates in Figure 6a for the Yagi�Uda antenna we
see that the in-coupling for the Yagi�Uda is around
three times more efficient than for the single element
antenna.

CONCLUSIONS

We have fabricated plasmonic antennas precisely
aligned to dielectric waveguides, and quantified their
properties for applications in waveguide-integrated
plasmonics. As a first step, we have quantified how
single plasmonic dipole antennas couple towaveguide
modes, in particular quantifying how strongly, and into
which directions, antennas outcouple waveguide
modes. Conversely, we have shown that a single
plasmon antenna can already couple up to 20% of a
diffraction limited input beam into the waveguide
mode. Second, we have demonstrated how one can
use the single dipole antenna as a building block of a
rational design strategy for multielement antennas
that derive functionality from a phased-array coher-
ent response to driving by the waveguide mode. In
particular, we have demonstrated that waveguide-
coupled Yagi�Uda antennas provide a platform for
waveguide addressable spatially tunable hot spots,
that can for instance be used as programmable hot
spots of pump light for spatially cross correlated
spectroscopies. Conversely, the antennas can provide
strong directionality, notably allowing to couple a local
driving field efficiently and unidirectionally into the
waveguide. While our experimental demonstration of
this unidirectional coupling used an external laser
scattered off the antenna, our calculations show that
this functionality will directly extend to fluorophores.
Thereby, waveguide-hybridized plasmon array anten-
nas are a highly promising platform for many applica-
tions. For instance, one can efficiently collect all the
fluorescence of single fluorophores directly through a
waveguide. The combination with the programmable
hot spots of pump light that can be generated, makes
this platform highly attractive for making optofluidic
lab-on-chip devices that have entirely on chip integra-
tion of driving and readout for advanced fluorescence
assays at single molecule levels. Also, we envision that
hybrid systems of plasmon antennas and dielectric
waveguidesmay outperform proposed plasmon quan-
tum optics schemes.5,9 While plasmonics offer very
high light-matter interaction strength for coupling to
localized emitters that act as qubits, the structures with
the highest interaction strength are usually least suited

Figure 6. (a) Confocal image of the waveguide obtained by
scanning a focused spot over the Yagi�Uda antenna on top
of a 1500 nm width waveguide and collecting spectra of
light coupled into the waveguide at the waveguide end
facet. The map is created by plotting the integrated count
rate of the spectra taken at each position of the sample.
(b and c) Spectra acquired from the positions of maximum
in-coupling located at the directors and reflector side
of the antenna, when measured through channel 1 and
channel 3, as depicted in the top right sketch of the
experiment. These graphs show the different spectral
behavior of the different parts of the antenna, namely,
when exciting the directors the same spectra emerge
from both waveguide ends. In contrast when locally excit-
ing the reflector and feed element the spectra coupled into
both forward and backward guided mode are highly differ-
ent. The observations show high-contrast unidirectional
coupling into the waveguides that can be reversed by
sweeping wavelength.
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as waveguides for transport, as losses are high. We
propose that the combination of antennas and di-
electric waveguides allows one to combine low loss

transport as photons that are converted back and forth
to plasmons only exactly where needed, that is, at an
antenna surrounding an emitter.

METHODS

Microscope Setup. To study antennas coupled to dielectric
waveguides, we employ a setup that combines a fiber-coupled
end-fire setupwith a confocalmicroscope as seen in Figure 1a,b.
The setup can be used in two configurations, as further high-
lighted in the sketches presented on the left side of the figures.
In the first configuration of the setup shown in Figure 1a light is
coupled from one end facet into the waveguide using a cleaved
fiber (Nufern S630_HP) that carries excitation light from a
Fianium supercontinuum light source (SC-450-PP, with the
spectrum after the fiber ranging from 650 to 900 nm, max
power at 725 nm of 0.680 mW when measured through band-
pass filter 700 nm fwhm 50 nm). Light is coupled into the
waveguide and transmitted into a second fiber for spectral
analysis on an Avantes peltier cooled Si CCD array spectrometer
(AvaSpec-2048TEC-USB2-2). To quantify the scattered light
spectrally, spatially, and in terms of wave vector content, a
home-built microscopy system is placed with its optical axis
perpendicular to the sample substrate. We use an Olympus
100�, NA 0.95 M Plan IR objective to collect the scattered light,
which is then directed through a tube lens to a CCD camera (The
Imaging Source DMK21AU04) for imaging, or to a Thorlabs
galvo scanner system. This galvo system scans the scattered
light collected from the sample plane over a 50 μm core
multimode fiber which acts as a confocal pinhole (sample-to-
fiber magnification 228 times). This fiber brings out-of-plane
scattered light onto a second channel of the same Avantes
spectrometer. This confocal scanning configuration for out-of-
plane scattering allows us to retrieve images of the sample as
well as the spectral content of light scattered from different
parts of the antenna. As further functionality, we can flip in a so-
called Fourier or Bertrand lens that allows conoscopic imaging.
In other words, when flipping in the Fourier lens we retrieve the
intensity distribution of scattered light over all wave vectors in
the objective NA, essentially through imaging the back focal
plane (BFP) of the imaging objective.25,51,62�68 By using a pin-
hole system at a distance equal to the focal distance fFourier from
the Fourier lens we spatially filter the scattered light prior to
wave vector imaging, so that we collect radiation patterns only
from those parts of the sample that we are interested in, namely
the antennas. The Fourier image can again be collected pan-
chromatically on the CCD, or through the galvo-scanning-
mirrors by the fiber, which allows us to spectrally resolve the
differential scattering cross section. To conclude, with this con-
figuration of the setupwe can study the effect of the antenna on
the waveguide transmission (channel 3 in Figure.1a) and scat-
tering of the antenna into the air side (channel 2 in Figure 1a).
Given the thickness of the quartz substrate used for the samples
(∼600 μm), a homemade solid immersion lens system (SIL) was
required in order to also access scattering into the substrate side
(depicted as channel 4 in Figure.1a), as the Olympus objec-
tive lacks the required working distance. This SIL system that
employs a BK7 glass hemisphere of diameter 2 mm, allowed us
also to collect light that was scattered by the antennas into
angles that exceed the total internal reflection angle of the
substrate, however, only with spherical and chromatic imaging
aberrations too large to allow diffraction limited and Fourier
imaging.

The second configuration of the microscope in Figure 1b is
designed to study the converse interaction, that is, rather than
coupling in through the waveguide and collecting scattered
light, we study how light coming from free space (channel 2 in
Figure 1b) is coupled into the waveguide mode. This configura-
tion is achieved by swapping the spectrometer-coupled detec-
tion fiber that is placed after the galvo-system with the com-
bination of a pinhole system and free space collimated super-
continuum light from the Fianium source. The light scattered

into the waveguide and detected through the fibers at the end
facets is sent to the spectrometer to quantify the 00forward00 and
00backward00 waveguide incoupling spectra. In the absence of
the Bertrand lens, we couple in light locally using real space
focusing at the diffraction limit. When we flip the Bertrand lens
in so that the incident beam is focused in the objective back
aperture, we couple light in over a large area, yet at a well-
defined incident angle that can be freely varied over the entire
objective NA.

Sample Fabrication. As we ultimately target visible light spec-
troscopy applications, we consider silicon nitride waveguides.
Fused silica wafers (n = 1.45) of 100 mm diameter were covered
with 100 nm thick Si3N4 using a LPCVD process. This process
[Lionix BV, The Netherlands] ensures low loss Si3N4 at manage-
able stress levels for postprocessing. To define 1D waveguide
ridges, we perform e-beam lithography using a Raith e-line
machine. The waveguides together with positioning markers
that are used at a later stage were defined inMaN2403 negative
resist (200 nm thickness) with an electron beam lithographic
step [dose 235 μC/cm2, 35 nm spot size, current 0.14 nA and a
fixed beam movable stage (FBMS) step size of 0.01 μm]. The
pattern was then transferred into the Si3N4 by dry etching
(Oxford Plasmalab, 50 sccm CHF3 and 5 sccmO2, 100W forward
RF power, 5 min etching time). In a second electron beam litho-
graphy step the antennas were defined on top of the wave-
guides, using alignment markers fabricated in the Si3N4 for
precise positioning. In this step ZEP-520A positive resist (125 nm
thick, exposed with a line dose of 200 pA s/cm, 29 nm spot size,
current 0.03 nA) was used to define a liftoff mask for thermal
vapor deposition of gold. To mitigate the very poor adhesion of
gold on Si3N4, in the evaporation step we first deposited a thin
chromium adhesion layer of ∼3 nm, prior to the deposition of
∼30 nm of gold. A typical final result is shown in Figure 1d.

In this paper we discuss two different types of antennas,
namely single rod 100 nm long antennas and so-called Yagi�
Uda antennas as described in ref 6. One such Yagi�Uda
antenna is shown in Figure 1c,d. This antenna is composed of
5 rod-shaped elements, 3 directors, 1 feed element, and 1
reflector, with lengths of 115, 120, and 180 nm, respectively.
The measured center-to-center distances between the ele-
ments are 170 nm between reflector and feed element, and
183 nm between all other neighboring plasmonic rods. The
width of the elements is 65 nm and the total length of the
antenna is ∼790 nm. While we have studied antennas on
various waveguide widths, all the data presented here are for
waveguide widths of 1000 and 1500 nm. The strip height is
100 nm. We estimate the electron beam alignment accuracy of
antennas to waveguides to be ∼40 nm, that is, far below any
typical feature of the waveguide mode structure.

Spectra Normalization. A particularly difficult problem is how
to quantitatively normalize the spectrum of light scattered by
the antennas to the spectrum that is offered through the wave-
guide to the antenna. The only possible references we have
access to are the spectra measured in transmission through
nominally identical blank waveguides (i.e., without antennas) as
ameasure for the incident spectrum, and spectra obtained from
scattering centers that appear comparatively close to the
antenna, due to roughness of the waveguide. In the first case,
artifacts may occur because the spectrum may vary between
alignments and between waveguides, due to chromatic effects
in coupling to thewaveguide, and for the 1 cm longwaveguides
due to the integrated effect of unexpected small defects and
impurities that change the spectrum along the length of the
waveguide. In the second approach, the advantage is that
spectra are taken from a region very close to the structure.
However, one here relies on the assumption that the scattering
centers have no strong frequency dependence, and one does
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not obtain a quantitative signal strength comparison, as op-
posed to when using waveguide transmission. In practice no
large difference between the two approaches is found when
spectrally locating the resonance. Here we present data using
the second method (normalization to nearby scattering centers),
preferring spectral fidelity over an absolute scale.
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