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Abstract   Metal nanoparticles interact strongly with light due to a resonant re-
sponse of their free electrons. These ‘plasmon’ resonances appear as very strong 
extinction and scattering for particular wavelengths, and furthermore result in high 
enhancements of the local field compared to the incident electric field. These fea-
tures make individual plasmon nanoparticles as well as finite or infinite assem-
blies very interesting for microscopy and spectroscopy. Metal nanoparticles can 
significantly boost photophysical processes such as fluorescence and Raman scat-
tering. Through the sensitivity of the plasmon to the refractive index of their im-
mediate environment, metal nanoparticles are being used as nanoscale sensors. In 
this chapter we introduce the reader to the optical properties of single plasmon 
particles as well as finite clusters and periodic lattices, and discuss diverse appli-
cations. 
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3.1 Introduction  

In the last two decades, nanostructured metals in the form of structured thin 
films and nanoparticles have attracted attention from physicists and chemists alike 
as interesting materials for optics and spectroscopy. Metals do not intuitively stand 
out as particularly interesting materials for optics. Indeed, textbook physics tells 
that a perfect conductor simply expels any electric field, so that the only function 
of a metal should be to block light and act as a perfect reflector. Microscopically, 
this shielding of the bulk from any penetrating field is attributable to free electrons 
that provide a surface charge density on the metal surface to counteract any inci-
dent field. This textbook physics that is introduced in any course on electrostatics 
holds over a wide range of frequencies, from DC to well above the GHz range of 
current electronics. However, the free electrons intrinsically have a finite response 
time, above which they will not be fast enough to shield the bulk metal from inci-
dent fields. For typical metals the inverse of this response time which is known as 
the ‘plasma frequency’, is around 500-1000 THz. These frequencies correspond to 
electromagnetic waves in the visible and UV range. Above the plasma frequency, 
a metal is not strongly reflective, but changes into a transparent material because 
the electrons cannot respond fast enough to screen the field. In most metals, the 
plasma frequency is in the ultraviolet, making them reflective in the visible range. 
Some metals, such as copper and gold, have interband transitions in the visible 
range, whereby specific wavelengths are absorbed yielding their distinct color. 
In the regime around and just below the plasma frequency, metals are ‘plasmonic’. 
As a consequence, small metal objects will support resonances of the free electron 
gas that strongly interact with light. For metal surfaces and metal sheets of submi-
cron thickness, this gives rise to resonances referred to as ‘surface plasmon 
polaritons’: surface waves at optical frequencies that are part photon (electromag-
netic energy stored in electric field just above the surface) and partly a surface 
charge density wave. In this chapter we focus on a different type of plasmon reso-
nance, namely localized plasmon resonances in nanoscale metal particles.  
Gustav Mie [1] was the first to discuss in detail the peculiar optical properties of 
solutions of colloidal gold nanoparticles, which have a ruby appearance. This col-
or is tunable by particle size and shape, and is due to the resonant response of the 
103 to 104 free electrons that a metal nanoparticle typically contains. Due to this 
resonant response, metal nanoparticles are among the most strongly scattering sol-
id state objects (when the scattering strength is normalized to the objects geomet-
ric cross section). In this Chapter we explain how this strong scattering comes 
about through the metal’s dielectric function (section 3.2) and how it can be tuned 
and optimized (section 3.3). Owing to the strong electromagnetic fields that the ul-
tra-tightly confined resonances support, the plasmon response is useful for a varie-
ty of spectroscopic applications ranging from sensing, label-free microscopy, to 
enhancement of photophysical processes such as fluorescence and Raman scatter-
ing (section 3.4). These properties that occur on the single particle level can be 
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further manipulated and controlled by building small clusters or periodic lattices 
of plasmon particles using either lithographic methods or colloidal self-assembly 
techniques. In particular, coherences in scattering by multiple excited plasmon 
particles in clusters and lattices give further control over field enhancement, and 
resonance linewidths of plasmonic structures, as well as a handle on directionality. 
This directionality expresses itself in the form of a strong dependence of a struc-
tures local response on the direction from which the structure is illuminated, and 
conversely a strong anisotropy in light that is scattered or radiated by the structure. 
We discuss the physics of such plasmonic antennas in section 3.5.  

3.2 The optical response of bulk metals 

The optical response of metal nanostructures is primarily determined by the 
metal's conduction electrons, which react collectively to external perturbations 
such as the applied electric field of a light wave. In this chapter, we are concerned 
with small particles and structures, but which are large enough that the metal's re-
sponse can be described by its bulk dielectric response. Deviations from the bulk 
response due to the small size of the nanoparticle or cluster are usually not ob-
served above sizes of about 10 nm [2]. Furthermore, it is assumed that the proper-
ties of the material close to the surface are identical to the bulk properties, and the 
lattice discreteness is disregarded. With these assumptions, and further neglecting 
quantum mechanical effects such as the spill-out of the electronic wavefunctions 
beyond the particle's surfaces, the metal can be represented by a continuous medi-
um in classical electromagnetic theory. The metal is thus fully characterized by its 
complex dielectric permittivity	 . In many cases, in particular for metals with 
a cubic lattice and for isotropic polycrystals, the permittivity tensor is isotropic 
and is therefore represented by a single function. It is important to realize that 
electromagnetism is a nonlocal theory involving long-range Coulomb forces, and 
that the response of free electrons in a metal particle is collective, i.e., it integrates 
all perturbations and boundary conditions imposed on the electronic system as a 
whole. This is in contrast to molecular systems or many semiconductor materials 
where each electron responds locally, independent from the boundary conditions 
at large distances. 

3.2.1 The Drude model for a free electron plasma 

Let us first consider the ideal case of a plasma of free electrons, i.e., a free elec-
tron gas whose electronic neutrality is ensured by a uniform and fixed distribution 
of positive charges. Those are carried by the heavy counter-ions, which can be 
taken as immobile in most cases. The free electron gas in a uniform positive 
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charge density is called the jellium model [3]. Coulomb forces arise from the 
charge imbalance between the electron gas and the fixed jellium. They apply to 
the free electrons and tend to restore electric neutrality. For small displacements 
on large scales, the combination of restoring forces with electron inertia gives rise 
to harmonic oscillations around electric neutrality at the plasma frequency . As 
an easy argument to derive this characteristic frequency, consider a slab of metal. 
Suppose we displace all the free electrons by an amount x along the slab normal 
relative to the ionic backbone. As a consequence, on one end of the rod an excess 
layer of electrons arises, which represents a surface charge , while on 
the other end of the rod the ionic backbone represents a positive but equally large 
surface charge. The surface charge sets up a homogeneous electric field 
/  that tends to pull the electron gas back to zero displacement. According to 

Newton’s equation, the motion of an electron will be governed by  
 

, (3.1)  

 
which is an equation of motion for a harmonic oscillator resonant at , given by 

 

, (3.2) 

 
where  and  are the charge and effective mass of conduction electrons,  is 
their volume density, and  is the permittivity due to all other charges of the 
medium.  

For noble metals such as gold and silver, with one conduction electron per at-
om, the electronic density is typically around 5	 10 	m , which leads to a 
plasma frequency in the UV range. The plasma oscillation is damped by electron 
scattering off impurities, phonons, and surfaces. It is described 
phenomenologically by a viscous friction constant , whose inverse is called the 
Drude relaxation time and is of the order of some tens of fs in noble metals. This 
time is related through the Fermi velocity to a mean free path for electrons, which 
is of the order of a few tens of nanometers at room temperature. 

By including only the free electrons' contribution to the polarization of a metal 
at frequency , we can derive the complex electronic permittivity	 . To this 
end, suppose that we have an infinite block of metal, and we consider the motion 
of a free electron when we drive the electrons with an oscillating electric field. 
The motion is governed by  

. 
 

(3.3) 



6  

If we solve for the conductivity  of the metal which is defined through the re-
lation between applied field E and induced volume current density j 

 
(3.4) 

 
we obtain the so-called ‘Drude model’ for the AC conductivity of a metal 
 

1
with , 

(3.5) 

 
where  is the Drude relaxation time. The Drude model describes the conductivity 
of metals such as gold, copper, and silver well over a very large frequency range, 
from DC (conductivity 	 , with units of inverse Ohm-meters) to beyond the range 
of AC electronics, i.e., to optical frequencies.  
In optics, the conductivity is an inconvenient parameter, as one usually deals with 

the permittivity , and its square root, the refractive index . Us-
ing Maxwell’s equation, in particular Ampère’s circuit law in its microscopic and 
its macroscopic form, we can convert conductivity to permittivity, arriving at 
 

1 1 . 
 
(3.6) 

 
This description for permittivity is known as the ‘Drude model’. Solving Max-
well's equations with this permittivity automatically takes all electromagnetic in-
teractions between electrons into account. Therefore, whereas each electron re-
sponds individually to its local field, this field itself is determined by the collective 
response of all electrons. The Drude model captures the salient optical features of 
metals. For ≪  the dielectric constant is strongly negative. The limit of zero 
frequency and no loss ( 0 , in fact corresponds to a ‘perfect conductor’, i.e., a 
medium that is completely impenetrable for electric fields. As the frequency ap-
proaches	 , the free electrons are less able to screen the incident field, and the 
field penetrates further into the metal. When  the dielectric constant be-
comes positive and the metal becomes transparent.  

3.2.2 The dielectric function of Ag and Au in reality 

Although the Drude model accounts for the main qualitative features of metal 
optics, modeling real metals requires including the response of the other, bound 
electrons. For example, the yellow color of gold in the visible range arises from 
the so-called interband transitions, which bring electrons from the filled d-bands to 
the open (sp) conduction band, above the Fermi level. 
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As shown in Fig. 3.1 for gold, interband transitions give rise to considerable de-
viations from the Drude model for wavelengths shorter than 600 nm, by introduc-
ing strong losses for green and blue light. We must therefore consider the contri-
bution of bound d-electrons to the optical properties to properly model the 
dielectric function of gold. Gold behaves as an excellent metal with very high 
conductivity only for wavelengths longer than 600 nm. For silver (Fig. 3.1), 
interband transitions peak for wavelengths around 310 nm and are negligible in 
the visible range. Silver presents a white shine and a flat and nearly total reflection 
throughout the visible, and is well described by a Drude model. More accurate 
models of the optical properties of noble metal nanostructures and nanoparticles 
are often based on the measurements of optical constants by Johnson and Christy 
[4], for gold and silver, shown as data points in Fig. 3.1. Alternatively, one uses 
the values listed in the handbook by Palik [5]. 

Fig. 3.1 Real and imaginary parts of the dielectric permittivity of (a), (b) gold, and (c),
(d) silver. Solid lines are deduced from the Drude model including only conduction elec-
trons; the symbols represent measurements by Johnson and Christy [4] and include
interband transitions. Drude parameters gold: p = 1.4 1016 s-1 (or ~9 eV) and 0.01p

.Silver: p = 1.4 1016 s-1 (or ~9 eV) and 0.003p. 
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3.2.3 Comparison of metals 

The interesting optical phenomena that we describe in the remainder of this chap-
ter take place for visible and infrared wavelengths provided two conditions are 
met. Firstly, the plasma frequency has to be in the blue/UV part of the spectrum, 
since plasmonic resonances of nanoobjects usually occur just to the red of the 
plasma frequency. Secondly, damping must be low. The first requirement is met 
by most metals, including gold, silver, copper and aluminium. The second re-
quirement, i.e., the low-loss requirement is met by only few metals (see the hand-
book by Palik [5]. Indeed, DC resistivities of metals already show that damping is 
high except for the noble metals silver and gold, and possibly a few materials that 
are very difficult to handle, such as alkali metals. A further promising candidate is 
aluminium, which is suited for plasmonics in the UV. It has a plasma frequency at 
about 15 eV with a damping factor p.  It should be noted that the physics 
we describe below in principle scales to any frequency range provided one can 
shift the plasma frequency. For instance, in spectroscopy many chemical com-
pounds have a unique fingerprint in the mid IR, and at THz frequencies. Since the-
se frequencies are a factor 100 lower than optical frequencies, they require materi-
als with 10.000 lower electron density in order to lower the plasma frequency. 
Such concentrations are achievable in doped semiconductors such as doped Si, or 
materials such as InSb, which are being investigated for use in THz plasmonics. 

3.3 Scattering by small particles  

Because of the large negative value of the real part of the dielectric constant of 
noble metals, small particles present a large dielectric contrast with their surround-
ings, which usually have positive dielectric permittivity. This large contrast leads 
to strong scattering of light, which is often used for the detection and study of 
metal nanoparticles. Scattering increases when the particles are dispersed in media 
with higher refractive indices, a phenomenon known as the immersion effect (pag-
es 37-40 in [2]). In the following, we discuss the scattering of a small sphere in the 
electrostatic dipole approximation. Section 3.3.1 deals with the polarizability of 
nanospheres, while section 3.3.2 describes observables in scattering experiments. 
Section 3.3.3 discusses non-spherical particles, in particular spheroids. 

3.3.1 Polarizability of a small sphere 

Mie's theory [1] of scattering by a sphere in a homogeneous and isotropic me-
dium with a different dielectric permittivity provides exact solutions for the scat-
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tered and transmitted fields [6]. These solutions simplify considerably if the 
sphere is much smaller than the wavelength of light in the materials involved. In 
that case, it is possible to neglect the variations of the electromagnetic field over 
the sphere's dimensions and to replace the exact electric field by a static one, giv-
ing rise to an effectively dipolar response. To evidence that this is indeed the case, 
let us consider the classical problem of a sphere of radius a in a static homogene-
ous incident electric field of strength E oriented along z. In electrostatics, the field 
is minus the gradient of a potential that satisfies the Poisson equation. We are 
looking for solutions of the following equations: 

 
∆Φ , 0 everywhere	with 

 
Φ Φ ,		and 

   	

ε
dΦ

dr
ε

dΦ
dr

,		while 

 
lim
→

Φ rcosθ . 

 
 
 
 
 
 
 
 
(3.7) 

These equations assume (1) there is no free charge, (2) the potential is continuous 
across the sphere boundary, but (3) its slope jumps, while finally the potential far 
away from the sphere is simply that of the incident homogeneous field oriented 
along z = rcos The jump comes from Maxwell’s boundary condition	

ε 	Φ 0, and has as interpretation that the response of the free elec-
trons in the sphere effectively form a surface charge layer at the sphere boundary. 
It is easy to check that:  

 

Φ cosθ 	
ε ε
ε 2ε

cosθ
3ε

ε 2ε
cosθ 

 
 
(3.8) 

and  
 

Φ cosθ 	
ε ε
ε 2ε

cosθ
cosθ

cosθ
4πε

 

 
 
(3.9) 

 
solve the problem exactly. The solution shows two facts. Firstly, inside the sphere, 
the induced field is homogeneous, and exactly along the applied incident field, but 
with a different strength 3ininoutSecondly, outside the sphere the field is 
the sum of the incident field, plus a term that is exactly equal to the field of a di-
pole of strength p located at the origin. The electrostatic response of a sphere is 
hence identified with an induced dipole moment p, the magnitude of which is pro-
portional to the incident field E. The constant of proportionality is termed 
polarizability, defined through . 
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 Returning to Mie’s solution for scattering by a sphere, we note that in case of 
spheres much smaller than the wavelength , the electrostatic result essentially 
carries over. As the scattering object grows in size, the Mie solution deviates from 
the electrostatic solution. So-called radiative corrections, which are small, can be 
added to the polarizability of the sphere to simulate scattering, assimilating the 
sphere to a dipole. For noble metals, the dipole approximation is usually very 
good for diameters less than 50 nm. For larger sizes, contributions from higher 
multipoles can be included, but electromagnetic calculations soon become indis-
pensable when the particle or structure sizes become comparable to a quarter-
wavelength. Metal nanoparticles that are used in optics experiments typically have 
a diameter smaller than 100 nm, implying that the electrostatic approximation is 
reasonable for most experiments. 

To obtain the scattered fields in the dipole approximation, one can start from 
Mie's result and expand it for small volumes, neglecting all terms of order 2 or 
higher in volume. The scattered field is that of a dipole oriented along the polari-
zation of the exciting light. Where the scattered field overlaps with the incident 
exciting field, it leads to an attenuation of the latter in the transmitted direction, 
called extinction. Extinction includes losses to the incident wave either because of 
scattering to other modes or because of true dissipation leading to heat production 
or to the generation of other wavelengths. The polarizability  of a small 
sphere with volume V  in the dipole approximation is given by: 

 

3ε
ε ε
ε 2ε

, 

 
 
(3.10)

 
in agreement with the electrostatic analysis in Eq. (3.8) and (3.9). Here we use 
ε  to refer to the dielectric permittivity of the metal that we already discussed, 
while ε  refers to the dielectric permittivity of the embedding medium. The 
polarizability shows a resonance at the surface plasmon resonance (SPR, or here-
after plasmon for short) frequency	 , when the real part of its denominator 
cancels, i.e., for Re	 	ε 2ε . If we assume a Drude model for the met-
al, and assume a particle in air, the polarizability simplifies to a Lorentzian reso-
nance 

3
, 

 
(3.11)

 
with the resonance frequency at /√3 , i.e., at frequencies significantly 
red-shifted from the plasma frequency. For silver and gold, this estimate results in 
plasmon resonances in the UV/blue part of the spectrum. The relation 
Re	 	ε 2ε  further also explains the sensitivity of the plasmon reso-
nance to the surrounding index of refraction. Generally, the resonance red-shifts 
upon immersion in higher index media. 
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The electrostatic analysis of the field nearby a small sphere can be used also to 
estimate how strongly the incident electric field strength E can be enhanced due to 
the plasmon resonance.  If we evaluate the dipole field exactly at the sphere 
boundary, where it is highest, we find 

 
cosθ

4πε
3ε
4πε

ε ε
ε 2ε

ε ε
ε 2ε

. 

 
 
(3.12) 

 
To first order, the field enhancement is hence independent of the size of the 
sphere. On resonance	Re	 	ε 2ε , the ratio of dipole field to incident 
field reduces to 

3 |Re ε |
Im ε

. 

 
 
(3.13) 

 
Evidently, the lower the Drude damping rate of the metal, the higher the quality 
factor of the plasmon resonance as gauged from the resonance width in (3.11), and 
consequently, the higher the field enhancement. For a Drude metal, the field at the 
metal approximately reduces to / , i.e., to a factor 30 or so. Turning to real 
metal, the field enhancement by a silver particle indeed approaches the Drude lim-
it, whereas in gold the additional damping due to the interband transitions limits 
the enhancement to a factor ~5. 

3.3.2 Extinction and scattering cross sections 

The polarizability that we introduced above in principle describes the response of 
a metal sphere to incident light. However, in actual experiments, the induced di-
pole moment, or polarizability, is not usually the actual observable. Instead in a 
typical experiment one would irradiate a particle with a known intensity (units 
W/m2), and measure how much power (units W) the object takes out of the inci-
dent beam, or scatters [6]. The ratio between power and intensity has units of area, 
and is hence coined ‘cross-section’. The so-called ‘extinction cross section’ quan-
tifies how much light a particle takes out of a beam, while the ‘scattering cross 
section’ quantifies how much light a particle reradiates as scattered light. It should 
be noted that the units of area for cross sections lends itself to a very graphical in-
terpretation: if, for instance, the extinction cross-section exceeds the geometrical 
cross section, this means that the particle is more efficient at casting a shadow 
than would expected from its geometric size. On plasmon resonance, this ‘effi-
ciency’ (cross section divided by geometrical area) can reach values up to 10 for 
spheres and even more for elongated particles. Extinction and scattering cross-
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sections in the dipole approximation can be expressed in terms of the 
polarizability by 

ε
Im , and 

 
(3.14)

 

6 ε
| | , 

 
(3.15)

 
where 2 /   is the wavevector of light outside the scattering sphere. Eq. 
(3.15) is essentially the famous Rayleigh scattering law: for a small particle scat-
tering scales inversely with the fourth power of wavelength, and with the square of 
the volume (sixth power of diameter). On the other hand, the extinction cross-
section, which is related to the scattered field by the optical theorem [6], scales 
with volume only. Since the difference between extinction and scattering must be 
due to absorption, the scaling implies that for very small particles, the extinction is 
mainly determined by absorption, as is well known for colored molecular solu-
tions. Scattering becomes more and more important for larger and larger particles. 
Therefore, to detect small particles, absorption or extinction is much more inter-
esting than dark-field scattering, which is weak and easily obscured by experi-
mental imperfections. Once particles are above approximately 100 nm in diameter, 
the extinction of a metal particle is mainly due to scattering instead of absorption. 
By way of example, Fig. 3.2 shows absorption, extinction and scattering spectra of 
a 25 nm gold sphere placed in vacuum, and in water (n=1.33).  All lines show 
spectra calculated using a full Mie calculation, except for the dashed spectrum in 
the left panel, which is calculated using Eq. (3.14) and (3.15). Agreement between 
the approximate model and the full calculation is good. For both approaches we 
have taken the measured dielectric constant of gold according to Johnson and 
Christy [4] instead of the Drude function. Spheres of diameter between 10 and 50 
nm show a resonance at a plasmon frequency of around 520 nm. This resonance is 
broadened by losses due to the interband transitions. For 25-nm diameter spheres 
the absorption cross-section at the maximum is about 300 nm2. For sizes larger 
than 50 nm, the cross-section grows less than linearly with volume and the absorp-
tion maximum shifts to the red because of corrections induced by retardation. The 
polarizability of a small particle can be corrected to include the effects of radiation 
by introducing an additional radiative damping channel, leading to a new 
polarizability [7]: 

 

1 6 ε

. 

 
 
(3.16)
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A convenient shorthand for his relation is 1/ 1/ /6 . The 
expression for the extinction and scattering cross section in terms of the 
polarizability retain their validity with this revised polarizability, even for particles 
with diameters up to 100 - 150 nm.  
 
 

  

3.3.3 Spheroids 

The analysis of spherical scatterers already contains all the generic physics of a 
plasmon resonance, the associated cross sections, and the prediction of electric 
field enhancement. Yet, variations in particle shape offer significant control over 
these properties. For elongated particles such as nanorods, the particle is often ap-
proximated as an ellipsoid because there are analytical solutions for the 
polarizability of very small ellipsoidal nanoparticles. For ellipsoidal particles the 
depolarization field in the particle is uniform but not necessarily collinear with the 
applied field, which can be accounted for by incorporating a geometrical depolari-
zation factor L in the dipole approximation [8]. The polarizability of an ellipsoid 
with volume V embedded in a homogeneous medium with dielectric constant ε  
can then be expressed as [2, 6] 

 

 
 

Fig. 3.2 Left: cross section for extinction (solid line) and scattering (grey line) for a 25
nm diameter Au particle in vacuum, according to a Mie calculation. The dipole resonance
at 507 nm is well captured by the dipole approximation. The on-resonance extinction cross
section of ~300 nm2 is almost entirely due to absorption. To be able to discern the grey
curve ‘Scattering’ from the wavelength axis, we scaled it by a factor 10. Right: Mie cross
sections for extinction (solid lines) and scattering (dashed) for 40, 80, and 120 nm Au par-
ticles in water. The water shifts the plasmon resonance to 520 nm. The resonance further
redshifts with increasing particle size, due to retardation effects not contained in the simple
electrostatic model. For larger particles the extinction is mostly due to scattering (dashed
line close to solid line), and not to absorption (difference between solid and dashed line).
For silver particles as much as 95% of the extinction can be due to scattering.  
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ε
ε ε

ε ε ε
, 

 
(3.17) 

 
where p=(1,2,3) denotes the polarization of the incoming field along one of the 
principal axes of the particle. The dielectric function of the metal ε  is given in 
Fig. 3.1 for different metals. The depolarization factors Lp depend on the elonga-
tion of the particle, and can be expressed as (for prolate spheroids) [2, 6]  

 
1

1
1
2
ln
1
1

, 

 
 
(3.18)

 
and 

 

,
1
2
1 , 

 
 
(3.19)

 
where L1 (L2,3) is the depolarization factor along the long (short) axis, and 

1 /  is the eccentricity of a prolate (cigar shaped) ellipsoid with semi-
major axis length  and semiminor axis length . For a sphere the depolarization 
factors are 1/3 and Eq. (3.17) reduces to Eq. (3.10). Typical values for elongated 
particles are (L1,L2,3)=(0.11,0.45) for a prolate spheroid with an aspect ratio of 3. 
The optical cross sections of the particle are then given by Eq. (3.14) and (3.15). 
The above equations give the optical properties of a single particle. For randomly 
oriented particles in a suspension the optical cross sections are simply given by the 
orientational average of the single-particle cross sections.  
 
 

 
Fig. 3.3 shows examples of calculated absorption spectra for gold spheroids with 
different aspect ratios. An increasing aspect ratio results in a red-shifted longitudi-

 

Fig. 3.3 (a) Calculated absorption cross sections of gold spheroids excited along their long
axis. The particles have a fixed semi-minor axis length (b = 7.5 nm) and varying semi-
major axis length a. The dielectric constant of gold ε  was taken from Johnson and
Christy [4]. Note that the absorption cross section increases steeply because the volume of
the particles is different. (b) Longitudinal plasmon wavelength in the absorption spectrum
of silver and gold prolate spheroids.  
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nal plasmon resonance due to a reduced restoring force on the oscillating electron 
cloud. The same effect is seen in silver nanorods (Fig. 3.3), only here the plasmon 
occurs at a shorter wavelength due to the higher plasma frequency of silver. The 
transverse plasmon occurs at 520 nm for gold and at ~400 nm for silver nanorods 
but is little affected by particle aspect ratio in the range of lengths we consider 
here. In the dipole approximation, nanospheres with diameters between 10 and 50 
nm present a plasmon mode at about 520 nm (2.4 eV) for gold and about 400 nm 
(3.1 eV) for silver. We see from Fig. 3.1 that dissipation is weak for nanosphere 
plasmons in silver but not in gold. Gold exhibits intraband absorption at wave-
lengths between 200 nm and 550 nm, leading to additional losses for the plasmon. 
For gold nanorods of aspect ratios / 2, however, the plasmon is shifted to 
wavelengths longer than 600 nm (2.08 eV), for which dissipation is weak. The 
plasmon dephasing time for gold nanorods is therefore longer than for gold 
nanospheres, resulting in a narrow plasmon linewidth [9]. This narrow plasmon of 
gold nanorods is useful for many applications that exploit the optical properties of 
a single particle, as we will discuss in the next section. 

3.4 Applications of single metal nanoparticles 

Since the first far-field detection of single metal nanoparticles in 1998, different 
applications have arisen that specifically rely on the optical detection of single 
particles [10]. Applications range from physical to biochemical and biological 
contexts. After a short introduction to the optical detection of single metal parti-
cles we will highlight some of these applications, with the intention to give the 
reader insight into the current state-of-the-art. In section 3.4.1 we firstly describe 
the basic principles of optically detecting a single metal particle. Then we discuss 
several applications including optical labeling and tracking (3.4.2), optical trap-
ping of single particles (3.4.3), biosensing (3.4.4) and the use of a single particle 
as a nano-antenna to enhance fluorescence (3.4.5). 

3.4.1 Optical detection of a single particle 

It is important to motivate why single particles bring new information, comple-
mentary to the more conventional measurements on ensembles. Although single-
particle experiments are more difficult and provide a lower signal-to-noise ratio 
than ensemble measurements, they have distinct advantages: (i) Even the best syn-
thesis methods available produce a distribution of sizes and shapes. Fig. 3.4 shows 
the inhomogeneity of a colloidal sample of gold nanorods prepared by wet-
chemical synthesis observed in an electron microscope and optically on an ensem-
ble. By measuring the properties of individual particles, one recovers the full dis-
tribution of a variable in the heterogeneous ensemble. (ii) The effect of small per-
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turbations or changes in particle size, shape and composition, or in local surround-
ings can be measured with enhanced sensitivity due to the elimination of inhomo-
geneous broadening. (iii) Single-particle experiments enable studies of rare but in-
teresting objects, which would be difficult or impossible to extract or purify from 
an ensemble. Examples are the small assemblies of particles that are often used as 
an antenna (see section 3.5) 
The most important component of a setup that is capable of detecting a single 
metal particle is the microscope objective lens. A high quality objective can focus 
the light to a diffraction limited spot, which is typically several hundreds of na-
nometers in diameter for visible light focused with a numerical aperture of about 
one. When combined with a stable light-source (either a laser source or a non-
coherent broadband source such as a halogen lamp) and a sensitive detector, single 
particles can be studied in a variety of configurations.  
Dark-field scattering: The most commonly employed configuration detects the 
light scattered by the metal particle on a dark background by using a commercially 
available dark-field condenser. This approach was first demonstrated in 1998 [11, 
12] and has since been used to characterize the spectral and polarization properties 
of individual particles. A powerful approach to correlate the morphology of the 
particle with its optical response is to deposit the particles on a conducting sub-
strate (e.g. indium-tin-oxide coated glass). By imaging the same area on the sam-
ple in both an optical and an electron microscope the shape and size of the particle 
can be correlated to its plasmon spectrum [13] (see Fig. 3.5).  This technique 
yields valuable information on the effects of minute differences in particle mor-
phology (e.g. the endcap shape of a gold nanorod, the truncation of a triangular 
plate or cube, or the sphericity of a particle) on the plasmon resonance. Moreover, 
this correlation can definitively separate single particles from small clusters, 
something that is often difficult from the optical spectrum alone. 
 

 
 
 

Fig. 3.4 (a) Extinction spectrum of an aqueous solution of as-prepared gold nanorods.
The inset shows a scanning electron microscope image of a small volume of the sample that
was dropcast on a silicon substrate. Scale bar 50 nm. To illustrate the inhomogeneous
broadening of the optical spectrum we show the calculated spectrum of a single particle of 9
nm x 40 nm (Eq. (3.17) inserted in (3.14)) as a red dashed curve. (b) Size distribution of the
sample obtained from electron microscopy images as shown in (a). Figure from [10]. 
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Bright-field detection: The scattered intensity scales as the squared volume of the 
particle (see Eq. (3.15)), making it difficult to image particles smaller than 30 nm 
with this approach. In that case the scattered intensity is drowned by the noise lev-
el of a typical detector. Spectra of these small particles are therefore better collect-
ed interferometrically in a bright-field setup [14]. Herein the scattered wave is 
overlapped with a reference wave, causing interference between the two. For con-
venience the reference wave is most often the reflection off the glass sample sub-
strate, but it can also be a secondary beam. For small particles the interference be-
tween the reference and scattered wave results in a detected intensity that scales as 
the volume of the particle instead of the volume squared. This technique is capable 
of detecting particles as small as 5 nm with a reasonable signal-to-noise ratio. 
Bright-field microscopy detects the particles against a high background (the refer-
ence field) so it is important to use a stable light source to prevent fluctuations in 
the detected background intensity. 
 

  
 
Photothermal microscopy: A complementary method that detects particles down 
to 1.4 nm and even single absorbing molecules is photothermal detection [15]. In 
photothermal microscopy a pump beam is absorbed by the particle, which subse-
quently heats up due to the efficient non-radiative decay of the excited electron-
hole pairs. The thermal energy is dissipated into the environment, which causes a 
change in the index of refraction around the particle due to thermal expansion of 
the solvent. This so-called thermal lens is then detected by a secondary probe 
beam either in transmission or reflection. Because the probe beam wavelength is 
chosen far away from the plasmon resonance it is not absorbed by the nanoparti-
cle, and much higher probe intensity can be used to reduce photon noise. The heat-
ing beam is time-modulated at a high frequency in the MHz range, and the result-
ing variations in the detected probe laser intensity are extracted with a lock-in 

 

Fig. 3.5 Scattering spectrum and transmission electron microscopy image of the same gold
nanocube. The electron microscopy image yields information about the morphology of the
particle such as the edge-length and tip curvature, information that cannot be obtained
from the spectrum alone. Scale bar 40 nm. Figure from [13]. 
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amplifier. The photothermal signal thus detects a weak effect (the refractive index 
change) but by accumulating the contribution of many photons it can still achieve 
an excellent signal-to-noise ratio.  
Photoluminescence: Photoluminescence microscopy is also capable of detecting a 
single metal particle. Luminescence detection is gaining popularity because the 
technique is analogous to fluorescence microscopy to image single organic 
fluorophores, and because highly sensitive setups are already available in many 
laboratories. The advantage of luminescence microscopy is that, since the lumi-
nescence wavelength is different from the excitation wavelength, it is in principle 
easy to separate signal from scattered background, simply using optical filters. 
The first observation of photoluminescence of gold dates back to 1969 [16], when 
Mooradian studied bulk gold and observed a broad luminescence spectrum with a 
quantum yield (number of luminescence photons per input photon) of about 10−10. 
Photoluminescence from bulk gold originates from radiative transitions of conduc-
tion electrons toward empty electron states, which can be either holes in the d-
band (electron − hole interband recombination), or empty electron states or holes 
within the sp-conduction band (intraband transitions). Later studies showed that 
this low quantum yield can be enhanced by several orders of magnitude in the 
presence of surface roughness (lightning-rod effect) and localized surface 
plasmons. Recent studies have reported that the photoluminescence quantum yield 
of a single plasmonic particle only weakly depends on its size and shape and typi-
cally lies in the range of 10-5 – 10-6. Despite this low quantum yield single parti-
cles are easily detectable in a standard microscope due to their large absorption 
cross section. Under single-photon excitation, the luminescence brightness of a 
single metal particle of several tens of nanometers in diameter is comparable to 
that of a single fluorophore.  

3.4.2 A metal particle as an optical label 

Contrary to single organic fluorophores or semiconductor quantum dots the signal 
of metal particles does not blink or bleach due to the large number of conduction 
electrons per particle (typically 103-105, compared to a single electron involved in 
fluorescence for an organic fluorophore). This gives metal particles a considerable 
advantage over fluorophores when used as optical labels. The stable signals (scat-
tering, luminescence, harmonic emission, photothermal) of metal particles are 
hardly affected by their environment and allow for observation times only limited 
by diffusion out of the field-of-view of the microscope. Moreover, the high signal-
to-noise ratio enables tracking of single metal particles with microsecond time 
resolution. By tracking the particle in space and time one gains valuable infor-
mation about the location and transport of proteins in living cells.  
Once a metal particle is taken up by a cell either actively or passively, its strong 
scattering or luminescence can be used to track biomolecules attached to it. As an 
example we show in Fig. 3.6 the trajectory of a single 40 nm gold nanoparticle at-
tached to a phospholipid [17]. The diffusion of the phospholipid in the plasma 
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membrane of epithelial cells was monitored using differential interference contrast 
microscopy with a time resolution of 25 µs. Remarkably, the conjugate undergoes 
hopping diffusion between compartments in the membrane. To resolve the hop 
movement, the temporal resolution must be considerably better than the average 
residency time within a compartment (typically some milliseconds). The dwell 
time was therefore not observable with a time resolution of 33 ms, typical for im-
aging with organic fluorophores.  
In the crowded environment of a cell, the label size should be minimized to pre-
vent effects of viscous drag on the process. Metal particles of 10 nm and smaller 
(no bigger than a large protein) cannot be detected with a conventional scattering-
based setup and require a more selective method, such as photothermal microsco-
py (see section 3.4.1 for details).  In 2006 Lasne et al. used this technique to track 
single gold particles as small as 5 nm in a living cell [18]. Even though the metal 
particle is small it still absorbs significantly more than the cellular background, 
enabling background-free detection inside the cell. Trajectories of a single particle 
can be recorded at video rate by employing a triangulation procedure yielding a 
localization accuracy of ~10 nm, comparable to state-of-the art super resolution 
microscopy techniques. With anisotropic particles, one may not only track and 
measure translational motions of biomolecules, but one can also extract infor-
mation on their orientation and rotation by exploiting the dipolar character of the 
plasmon resonance. Gold nanorods are often employed for two-dimensional orien-
tation tracking due to their ease of synthesis and strong and anisotropic optical re-
sponse. Also assemblies of spherical particles such as dimers exhibit a dipolar op-
tical response (section 3.5) and have been used to track rotations. 
 

 
As is evident from the above description, the ability to detect single metal nano-
particles has led to exciting new insights in biophysical questions which are diffi-
cult to address with single organic fluorophores or semiconductor particles. Pas-
sive tracking of single gold particles has already yielded exciting results, but the 
active manipulation of particles for single-molecule force spectroscopy would 
immediately open a whole new realm of experimental possibilities. Recent devel-

 
Fig. 3.6 Trajectory of a lipid in the cell membrane of an epithelial cell. The lipid was 
tracked by imaging a 40 nm gold particle attached to it with a time resolution of 25 micro-
seconds. The different colors indicate the compartments through which the lipid diffused. 
Figure from [17]. 
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opments in the optical trapping of single metal particles have brought this prospect 
closer than ever, as we will describe in the next section.  

3.4.3 Optical trapping  

Optical trapping of a single metal particle can be accomplished by strongly 
focusing a near-infrared laser beam using a high numerical-aperture objective 
lens. The force exerted by the laser beam onto the particle consists of three 
components: the gradient force, the scattering force and the absorption force. The 
scattering and absorption forces scale as their respective optical cross-sections and 
act in the propagation direction of the laser beam. These forces therefore displace 
the particle along the optical axis and tend to push it out of the laser focus. The 
gradient force on the other hand stabilizes the position of the particle in the trap 
and can be expressed as 
 

1
2

〈 〉, 
(3.20)

 
with  the real part of the polarizability of the particle (see section 3.3 for expres-
sions for  in the dipole approximation) and  the electric field vector in the fo-
cus. Stable trapping can therefore only be achieved when the axial gradient force 
exceeds the sum of the scattering and absorption forces. Maximizing the gradient 
force is often done by employing microscope objectives with a high numerical ap-
erture. These objectives focus the trap laser to the smallest possible spot-size (lim-
ited by diffraction), thereby maximizing the field gradient 〈 〉 in Eq. (3.20). 
Note that trapping cannot be achieved with a laser wavelength on the blue side of 
the plasmon resonance because the polarizability and thus the gradient force is 
negative. The particles will then be propelled out of the laser focus. 
It is immediately obvious that metal particles can be trapped down to smaller sizes 
than dielectric particles. For example,  (in the dipole approximation, at 1064 nm) 
is ~10 times larger for a 40 nm diameter gold bead than for a polystyrene one. For 
an ellipsoidal particle of 70 nm x 20 nm this difference is as much as ~50 times in 
the dipole approximation. As a result, single-beam optical tweezers allow for the 
stable optical trapping of single gold spheres, silver particles, and gold nanorods. 
For particles >100 nm forces in the pN range can be exerted with a laser power of 
several tens of milli-Watts. This range of forces is promising for applications in 
single-molecule force spectroscopy, for example to stretch a single DNA molecule 
or to stall a molecular motor. Non-spherical metal nanoparticles also experience a 
torque in an optical trap because of the anisotropy of their polarizability tensor. 
Gold and silver nanorods therefore align with the trapping laser polarization. The 
optical torque  that can be exerted on a single gold nanorod was recently quanti-
fied to be ~100 pN·nm for 80 mW of trapping laser power [19], enough to twist 
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biomolecules such as DNA. 
Although the absorption cross-section of the particle at the trap laser wavelength is 
small, it is non-negligible and causes the particle to heat and eventually melt if the 
trapping power is high enough. Typical heating rates of metal particles in an opti-
cal trap are 0.1-1 K/mW, depending on the shape and size of the particle [19–21].  
Force spectroscopy has now mainly been performed outside the cell, in a well-
controlled environment. The main reason is that the dielectric particles often em-
ployed for these studies have diameters in the range of 500 nm to 5 µm. These 
large particles are much bigger than typical organelles in the cell, and significantly 
distort cell function. Due to their large volume polarizability compared to dielec-
trics, the trapping of metal particles seems a promising avenue to take single-
molecule force-spectroscopy into the cell. 

3.4.4 Biosensing 

The frequency of the plasmon resonance is not only sensitive to the morphology 
and the composition of the particle, but also to the refractive index of its local en-
vironment. This sensitivity arises from the electric field associated to the plasmon, 
which extends beyond the particle's surface. The evanescent near-field penetrates 
the medium around the particle, making the plasmon resonance frequency sensi-
tive to the refractive index in its immediate vicinity (Eq. (3.10)). This index sensi-
tivity opens up possibilities to optically detect molecules without the need to label 
them by using plasmon shifts as reporters for molecular binding. Remarkable pro-
gress has been made in the past two decades in the development of plasmonic bio-
sensors. The commercial sensors do not contain metal nanoparticles, but use thin 
metal films that support propagating plasmon polaritons, optical excitations bound 
as a guided mode to the metal due to the free electron response. Propagating 
plasmonic biosensors are now commercially available to perform label-free inter-
action analysis with a high throughput and sub-nanomolar sensitivity. However, 
large quantities of analyte are required to cover the surface of the sensor (on the 
order of a mm2), which is problematic when expensive reagents are to be tested. 
The detection of only a few or even a single molecule is not possible because the 
response of the sensor is integrated over a large surface area. Plasmonic sensors 
based on single metal nanoparticles are promising alternatives that do not suffer 
from these drawbacks.  
Plasmon sensing can refer to one of two variations, namely (bulk) refractive index 
sensing and the sensing of molecular binding. In the former, only the bulk index 
sensitivity and linewidth of the plasmon determine the sensitivity of the sensor. 
The sensitivity of a single particle sensor is often expressed in terms of its figure-
of-merit (FOM), which can be expressed as 
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FOM
∆

, 
(3.21)

with ∆  the frequency shift of the plasmon for unit refractive index change, 
and  is the linewidth. The FOM is higher for narrower resonances because it is 
easier to determine peak-shifts. The FOM of different shapes of nanoparticles 
have been widely investigated, and varies from ~0.5-1 for a single gold sphere to 
~10 for a single gold nanorod. Gold nanorods are therefore widely used for sens-
ing not only because of their high sensitivity but also due to the availability of 
straightforward protocols to synthesize (single crystalline) particles with a high 
yield. Bulk index changes of 10-2 cause a plasmon shift of several nanometers and 
are straightforward to detect using a single metal particle.  

 
 

 
 

Fig. 3.7 Schematic showing current detection limits of biomolecular detection techniques 
that exploit the plasmon of a single particle. (left) The detection of large proteins (in this 
case streptavidin) can be accomplished by monitoring the plasmon of single gold nanorod, 
without the need to label the protein. (right) For smaller molecules such as DNA, the 
analyte (displayed in green) is usually labeled with a highly polarizable reporter particle to 
amplify the red-shift. The reporter particle in this example is a secondary gold nanosphere. 
 
In the second case, when the binding of a (bio-)molecule is measured, the size of 
the particle is also of concern because it determines the spatial overlap between 
the local electric field and the analyte molecule. The local electric field decays ap-
proximately exponentially from the particle surface with a characteristic decay 
length that scales as the particle radius. The optimum particle size therefore de-
pends on the volume of the molecule to detect, and generally smaller molecules 
require a smaller particle to achieve the highest sensitivity. Recently, such a sin-
gle-particle plasmon sensor in the form of a single nanorod has allowed for the de-
tection of binding events caused by a single molecule. Plasmon shifts can be 
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monitored in time using for example photothermal microscopy [22] or dark-field 
scattering spectroscopy [23]. A typical timetrace of the plasmon wavelength ex-
hibits step-wise shifts caused by the binding and unbinding of single proteins to 
receptors on the surface of the particle (see Fig. 3.7). Currently, label-free single-
molecule detection is limited to proteins with MW>50 kDa. These smaller pro-
teins typically induce a plasmon shift of less than a nanometer, which is close to 
the noise level in a standard optical setup. 
Smaller molecules can still be detected by enhancing the plasmon shift [24]. The 
analyte can be coupled to a label with a high refractive index, for example another 
(small) metal particle (see Fig. 3.7) Although the sensing is not label-free any-
more, the shift of the plasmon upon binding of the molecule can now be easily de-
termined because coupling between the sensor particle and labeled analyte causes 
a dramatic plasmon resonance shift due to the hybridization of the plasmons in the 
particles (see section 3.5 for details on plasmon hybridization).  

 

 
Fig. 3.8 Schematic showing the site-specific functionalization of gold nanorods. A dense 
bilayer of a surfactant (cetyltrimetheylammonium bromide, in green) provides steric hin-
drance that prevents the efficient functionalization of the side faces of a nanorod with 
thiolated biotin (red). This results in a particle that is mainly functionalized at its tips, 
which is also the area where the field-enhancement and thus the sensitivity to molecular 
binding is the highest. Figure from [25]. 

 

The proper functionalization of a metal particle allows for the specific detection of 
proteins, which is an important aspect of the development of functional biosen-
sors. It is well-known that the highest sensitivity is reached at the edges of nano-
particles (e.g. the tips of a nanorod) where the electric field strength is the highest. 
The functionalization of specific facets is therefore an effective avenue to improve 
the sensitivity of single-particle sensors. Protocols already exist to specifically 
functionalize the tips of nanorods [25] by introducing a surfactant in solution dur-
ing the particle functionalization (Fig. 3.8). Surfactants assemble into dense bi-
layers on flat surfaces, but these bilayers are more open near asperities or on sur-
faces with a high radius of curvature (such as the tips of a nanorod). Due to the 
reduced steric hindrance thiolated receptors diffuse more effectively to the tips of 
the nanorod, where the field is highest. Also the edges and vertex sites of gold 
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nanoplates can be selectively functionalized by a thiol-exchange reaction, which 
occurs preferentially at the edges of the gold particle again because of the reduced 
steric hindrance [26]. The above described optimization of the sensitivity is an ac-
tive area of research that will eventually enable researchers to routinely detect in-
dividual molecules without the need for labeling. 

3.4.5 Emission enhancements 

Analogous to radio-frequency (RF) antennas, optical antennas efficiently convert 
free propagating optical radiation into localized energy, and vice versa. When an 
emitter, such as an organic fluorophore, or a quantum dot nanocrystal is placed at 
the proper location in this high local field, the coupling between antenna and the 
nanometer sized emitter leads to enhanced single-molecule fluorescence. This en-
hancement near a plasmonic nanoparticle may arise from two factors. (i) The 
lightning-rod effect (a non-resonant field-enhancement due to the crowding of 
electric field lines around sharp features) in combination with the presence of a 
surface plasmon leads to a high field enhancement in the vicinity of the particle. 
The excitation rate of the emitter can be enhanced by this high local field. (ii) The 
rate of emission by a fluorophore can also be enhanced by a similar antenna effect. 
This Purcell effect arises from an enhanced density of optical states accessible for 
decay for a dipole, or, equivalently, as enhancement of the dipole moment by elec-
tric currents in the nanoparticle antenna. The Purcell effect may not only change 
the intensity of the emission, but also its spectral shape, fluorescence lifetime, and 
quantum yield. As metals also enhance non-radiative decay rates, they may 
quench fluorescence as well as enhance it [27], see Fig. 3.9. Quenching typically 
occurs for emitters placed within a few nanometers of the nanoparticle. The dipole 
field of the emitter then exhibits a strong field gradient at the location of the nano-
particle, causing the excitation of higher order plasmon modes. In contrast to the 
dipolar plasmon mode, higher order modes are poor radiators in small particles 
and result in a quenching of the fluorophores emission, and the energy is simply 
dissipated in the metal as heat. The balance between enhancement and quenching 
depends on the exact position and orientation of the fluorophore with respect to 
the nanoparticle, as well as the size of the nanoparticle [28]. 
  The main parameter that characterizes the emission enhancement is the magni-
tude of the local electric field, i.e. the degree to which the optical field is concen-
trated around the antenna (also see section 3.3.1). For single particles the field en-
hancements are modest, ~5 for a 20 nm gold sphere and ~50 for a 14 nm x 57 nm 
gold nanorod [29]. The field enhancement at asperities and metal tips can be sig-
nificantly higher than for spherical particles due to the lightning rod effect that 
leads to an increased surface charge and a crowding of electric-field lines in the tip 
region. Larger field enhancements are predicted in dimer junctions due to the hy-
bridization of the plasmons of the two particles (see section 3.5).  
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When assessing whether an antenna with its large field enhancement will enhance 
or reduce the brightness of a fluorophore, it is not enough simply to analyze the 
local field at the excitation and emission wavelength. In addition one has to take 
into account the intrinsic quantum yield of the bare fluorophore. For ''good'' emit-
ters (i.e. a quantum yield near unity), any photon that is absorbed leads to exactly 
one output photon, and no further increase in quantum yield is possible. Therefore, 
the antenna enhances brightness by increasing the effective excitation rate, direct-
ly resulting in a higher emission intensity (at least as long as no quenching of the 
emission occurs). In contrast, for ''poor'' emitters (i.e. quantum yield << 1), the an-
tenna can enhance both the excitation rate and the quantum yield. A limited quan-
tum yield implies that for the bare fluorophore the radiative rate is not competitive 
with rates of other nonradiative decay processes, that are for instance enabled by 
the vibrational degrees of freedom in the emitter (organic fluorophores)  or by 
Auger recombination processes (quantum dot nanocrystals). Accelerating the 
radiative decay through Purcell enhancement at fixed nonradiative decay rates 
means that radiative decay becomes more competitive, and that the quantum yield 
effectively increases. Fluorescence intensity enhancements of 1000 or more are 
easily reached when a poor emitter is positioned close to a single gold nanorod or 
a dimer antenna composed of two triangles in a bowtie-antenna configuration [30]. 
Nano-antennas therefore form a promising route to generalize single-molecule 
fluorescence imaging to emitters with a low quantum yields. Emission processes 
that scale nonlinearly with the local intensity profit enormously from the field en-
hancement around a nanoantenna. Surface enhanced Raman scattering for exam-
ple typically employs corrugations on a rough metal surface to enhance the Raman 
scattering signal, which scales as E4. Enormous field enhancements of up to 103 
are needed to amplify and detect Raman signals from single molecules. These en-
hancements are not easily obtained, and require selected asperities or sharp fea-
tures on a rough metal film. 

 
Fig. 3.9 (a) Optical setup used to characterize single-molecule fluorescence in the vicinity
of a single 80 nm gold sphere attached to an optical fiber. (b) Fluorescence count-rate as a
function of distance between the fluorophore and the metal particle. For short distances
quenching is observed due to non-radiative energy transfer from the excited molecule to
the nanoparticle. Figure from [27]. 
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 The large optical fields near a nanoparticle are also commonly employed for near-
field imaging [31]. Near-field imaging is an approach to beat the diffraction limit 
in optical microscopy. The essential idea is that the only way to beat the diffrac-
tion limit of Abbe (resolution /2NA) to which far field optics are subject is to 
place a local nanoscopic reporter directly inside the sample under inspection. A 
plasmonic nanoparticle can be used as a near-field probe to interact locally with 
the sample. In a scattering based approach the evanescent component of the opti-
cal field at the sample is converted into propagating radiation by the scattering 
probe. By collecting this scattered radiation and mapping its strength, a spatial im-
age can be collected by raster scanning the position of the probe. The region 
where the field is significantly enhanced is of the order of the size of the antenna, 
and sub-diffraction limited resolutions of 10-50 nm can be routinely achieved.  

3.5 Clusters and lattices of metal nanoparticles 

While single nanoparticles in isolation already provide a wealth of properties and 
applications, combining them into clusters or lattices provides even further bene-
fits. When plasmonic nanoparticles are brought together within distances of well 
below the wavelength, the plasmon resonances of the individual building blocks 
couple to form collective plasmon modes with novel properties. Following a sem-
inal paper by Prodan et al., [32] this phenomenon is commonly known as plasmon 
hybridization. Plasmon hybridization allows to 

 Control at what wavelength collective plasmon resonances occur. Large shifts 
compared to the limited range of wavelengths achievable with just single parti-
cles are possible. 

 Control the spectral linewidth of plasmon resonances. 
 Introduce a strongly polarization dependent response. 
 Achieve ultrahigh field strength. 
 Control the directionality with which scattered light is reradiated. 

In this section we firstly describe the concept of plasmon hybridization, and ex-
plain how spectral resonances can be tuned using hybridization (3.5.1). Next, we 
validate the intuition of the plasmon hybridization approximation against exact 
calculations, and explain the relevance of plasmon hybridization for resonance 
linewidth (3.5.2, applications in 3.5.3). In section 3.5.4 we discuss the use of 
plasmonics to achieve ultrahigh field strengths. Directional antennas are treated in 
3.5.5, and 3.5.6 finally discusses the extension of insights for finite clusters to in-
finite periodic lattices. 
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3.5.1 Plasmon hybridization  

By way of example, let us consider the physics of a plasmon dimer, a cluster of 
two identical plasmon particles with a volume V at a short center-to-center separa-
tion d from each other. In section 3.3 we have established that a single plasmon 
particle responds to an incident field of strength  as a dipole with a dipole mo-
ment p set by a polarizability  that shows a clear resonance, according to (3.17). 
At very small separations d, one can approximate the field that the induced dipole 
p in a particle generates by its dominant near field term  
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4
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(3.22) 

 
This equation contains the following physics: the scatterer oscillates at the same 
driving frequency as the incident field, falls off monotonically as 1/  as a 
function of distance r away from the center of the scatterer and has a distinct ori-
entation dependence. On the axis along p, the field is exactly parallel to p, while 
on the axis transverse to p, the field is antiparallel to p and twice weaker in 
strength. It is important to realize that this expression is approximate and only val-
id in the near field. Indeed, any radiating dipole in fact also has a 1/ and 1/
	field contribution that are both weaker at close range, but dominate further from 

the scatterer. Furthermore, at a distance larger than a fraction of the wavelength 
one should take into account that the radiated field is not everywhere in phase, but 
undergoes a retardation due to the distance it has to travel (replacing  by 

. Suppose now that we quantify the response of a plasmon dimer where 
the dimer is illuminated with an incident field that is polarized along the dimer ax-
is. Both particles will be driven directly by the incident field, and by each other. 
The responses of the two particles 1 and 2 hence follow from 
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Since the two particles will be polarized along the axis of the dimer, this coupling 
scenario is termed longitudinal. The above two equations can be rewritten in a ma-
trix form as follows  
 

1/ 2/4
2/4 1/

. 
 
(3.24) 

 
Substituting the Lorentzian form of the polarizability for each particle that is ap-
propriate for a Drude metal (Eq. (3.11)), one recognizes 
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(3.25)

 
We have now arrived at a linear set of equations that is formally equivalent to the 
physics of two pendulums that are coupled via the off diagonal term in the cou-
pling matrix. In this analogy, the dipole moment p is equivalent to the pendulum 
amplitude, the driving force is the electric field  due to externally incident radi-
ation, and the off-diagonal term essentially implies a coupling rate 6 / . 
As in the pendulum case, this linear set of equations should be viewed as an ei-
genvalue problem, in which the eigenvalues  corresponds to the 
eigenfrequencies of the normal modes in the system. By bringing two identical 
plasmon particles close to each other, one expects the degenerate plasmon reso-
nances to split into two distinct resonances. One of the resonances corresponds to 
a symmetric dipole configuration , where the dipole moments are aligned, 
while the second resonance corresponds to an antisymmetric configuration of di-
pole moments . In analogy to the theory of hybridization of molecular 
orbitals, the symmetric mode is referred to as a bonding resonance, and the 
antisymmetric mode is called antibonding. The bonding mode is lower in energy, 
i.e., red-shifted relative to the bare plasmon frequency while the antibonding mode 
is blue-shifted. The eigenfrequencies (taking damping  as zero) are  
 

1 6 , 
 
(3.26)

 
showing that the magnitude of the shift can be easily estimated by the dimension-
less ratio V/d3 of particle volume to the inverse separation cubed. 
Fig. 3.10 summarizes the level splitting in a graphical diagram. That the bonding 
combination is shifted to lower energy is intuitively understood simply by consid-
ering electrostatic energy arguments. Evidently in the symmetric configuration, 
the dipoles are arranged head to tail, in such a fashion that each dipole moment is 
aligned with the field of its neighbor. Conversely for the antisymmetric mode, a 
blue shift occurs due to the energy penalty that is associated with the antiparallel 
alignment of each dipole with the field of its neighbor. It should be noted in Fig 
3.10 that we have not drawn the energy splitting as symmetric around the unper-
turbed level. Firstly, this serves as a reminder that, different to first order perturba-
tion theory for energy levels in quantum mechanics, in optics a square root enters 
(Eq. (3.26)) that for large perturbations reduces the blue shift. Secondly, as the 
high-energy mode shifts towards the blue, the approximation that only the dipole 
mode contributes is increasingly violated, as the mode enters the range where the 
particles also have, e.g., a quadrupole resonance. Analysis including these 
multipoles indicates that the blue-shift is reduced compared to dipole intuition. 
Fig. 3.10 also summarizes the level splitting for the so-called transversely coupled 
case. Suppose that we start from the same dimer, but that we illuminate it from a 
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different direction and with a different polarization. If the incident field is polar-
ized perpendicular to the dimer axis, both particles will obtain a dipole moment 
transverse to the dimer axis. The dipoles will again drive each other; however the 
interaction term reverses in sign and halves in strength for transverse coupling. In 
this case the symmetric eigenmode (dipole aligned) is blue shifted, while the 
antisymmetric eigenmode (antiparallel dipoles) is red shifted. In general, for illu-
mination of a plasmon dimer under arbitrary polarization and incidence, a super-
position of the longitudinal bonding and antibonding, as well as the transverse 
bonding and antibonding modes will be excited simultaneously.  
 

 
The model as we presented it is by no means rigorous, as it is limited to near field 
interactions, and a dipolar approximation. The intuition derived from hybridiza-
tion will, however, generally be useful to interpret scattering spectra as well as ex-
act numerical calculations, as long as we can consider plasmon particles to be 
small enough (radius ≪ /2 ), close enough together for coupling to be via 
near fields (center-to-center distance ≪ /2 yet far enough apart that mutual 
driving yields no multipoles ( 2 ). Thus, plasmon hybridization has been ap-
plied to larger oligomers, clusters of anisotropic plasmon particles as well as 1D 
chains of particles at subwavelength spacing. Several authors have even used 
plasmon hybridization to understand more complex systems that do not have an 
obvious decomposition into dipolar scattering constituents. A prime example 
treated in the original work by Prodan et al. [32] is the core-shell particle that con-
sists of a dielectric core, such as SiO2, surrounded by a thin gold shell. If one 
views such a core-shell particle as the subtraction of a solid gold particle and a 
hole in a solid block of gold, one can view the shell resonances as a hybridization 
of the solid gold particle and the hole.  

Fig. 3.10 (a) Level scheme used to understand resonance hybridization in a plasmon
dimer consisting of two identical particles in case of longitudinal polarization. (b) Same in
case of transverse excitation. The general intuition (c) is that the electrostatic interaction
energy of a probe dipole in the field of a first dipole sets if a resonance redshifts or blue
shifts. Whether a mode is bright or dark, simply depends on whether the total dipole mo-
ment vanishes, or is twice that of the single entities.  



30  

3.5.2 Validating plasmon hybridization intuition 

It is instructive to compare the simple formalism of plasmon hybridization as out-
lined above with the actual physics of coupled plasmon systems, as obtained from 
experiment or from rigorous calculations. Fig. 3.11 shows rigorous calculations of 
the extinction of a plasmon dimer as a function of wavelength and as a function of 
separation, both for transverse and for longitudinal polarization [33]. The color 
scales clearly evidence the presence of two resonances that are degenerate at large 
separation, and split as the plasmon particles approach. This basic result confirms 
the intuition gained by plasmon hybridization theory. For a quantitative compari-
son several hurdles need to be overcome. 

 
The plasmon hybridization theory as we outlined it only predicts eigenfrequencies, 
and not the actual values of observables such as extinction. Nonetheless, the ex-
tinction calculated rigorously contains further features that we can qualitatively 
explain using the plasmon hybridization model. In particular we note that the two 
hybridized resonances are characterized by a highly unequal strength and a large 
difference in linewidth. To understand this difference we return to the arrangement 
of dipole moments that we identified as underlying the distinct resonances. Turn-

Fig. 3.11  Exact calculation using a generalized multipole expansion method of the extinc-
tion cross section of a plasmon dimer (particles of radius a=15 nm, embedded in a host of 
index 1.5, assuming a Drude model with ħωp=7.5 eV and damping ħγ=0.05 eV) for two 
excitation cases. The extinction cross section is normalized to the geometrical cross section 
of a single particle and plotted on a logarithmic color scale. Left: excitation by a plane 
wave incident at almost normal incidence from the dimer symmetry axis, with polarization
along the dimer axis. This polarization induces longitudinal dipole moments. The left pan-
el hence shows the longitudinal hybridized resonances. At exact normal incidence the dark
mode is not excited at all – at 10 degrees off as in this calculation it is faintly visible. 
Rightmost panel: excitation with polarization transverse to the dimer axis. By choosing an 
incidence angle at 45 degrees off the dimer axis, both the bright and dark mode are excit-
ed. Note how the longitudinal case shows much larger frequency shift, and how the sign of
the shift is reversed between the longitudinal and transverse (anti) bonding cases. White 
dashed lines are a guide to the eye. Figure calculated using the method reported in [33]. 
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ing to the longitudinal resonance, the red-shifted mode corresponds to the sym-
metric combination  of dipole moments. This combination has a very 
large effective dipole moment =2 . Thereby, this mode radiates ex-
ceptionally well, and is easily excited using outside radiation. In contrast, the blue-
shifted mode is antisymmetric , and therefore has zero net dipole mo-
ment 0. The antisymmetric mode is hence a poor radiator. More-
over, it is not easily excited using external radiation, as it requires the incident 
field on the two closely spaced particles to be applied out-of-phase. On basis of 
the magnitude of the total dipole moment, the symmetric longitudinal mode is 
called a bright plasmon resonance, while the antisymmetric mode is called dark. 
 In an extinction experiment, the difference between bright and dark plasmon res-
onances stands out in two ways. First, the bright resonance is most easily ob-
served, due to the fact that coupling of the bright plasmon to incident radiation is 
strongest. Secondly, the bright and dark resonances have very different linewidths. 
The large difference in linewidth is easily understood if we consider the mecha-
nisms by which the two eigenmodes lose energy. In case of the dark plasmon 
mode, the plasmon resonance only loses energy due to dissipation as heat as a 
consequence of the Ohmic damping of the metal. The damping of the dark plas-
mon can thereby be even less than the damping of the individual constituent parti-
cles: radiative damping that each particle may have is effectively canceled due to 
destructive interference of the radiated fields of the two dipole moments. Thereby 
the dark plasmon is referred to as “sub-radiant” (radiative loss lower than that ex-
pected for just one particle) and presents a rather narrow linewidth that is only 
limited by the Ohmic damping rate. Conversely, the bright plasmon loses energy 
both by Ohmic damping and by radiation damping. Owing to constructive inter-
ference of the radiated fields of the two dipole moments the radiative loss of the 
bright mode exceeds that of the individual particles significantly. This effect is 
called superradiant damping and is easily understood as follows. Suppose we 
have N dipoles each with identical dipole moment p. The radiated power is pro-
portional to the total dipole moment squared and hence scales as N2|p|2. The quad-
ratic instead of linear scaling points at an interference effect that occurs when we 
coherently add the radiation of two dipoles. The fact that the loss per dipole in-
creases proportional to N results in a broadening of the resonance, i.e., an increase 
in the radiative damping rate. For the dimer, the radiation damping doubles com-
pared to a single particle.  

3.5.3 Observation and use of dark modes 

Narrow linewidths could be especially desirable for spectroscopic, and sensing 
applications. Firstly, when for instance sensing an analyte via frequency shifts, it 
is easiest to sense small shifts if the spectral feature that shifts is narrow. Second-
ly, by having lower loss and higher quality factors, dark resonances potentially 
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store higher field densities in their near field. While dark modes can also be engi-
neered in single particles, i.e., by using higher multipole moments, plasmon hy-
bridization provides a constructive design tool to engineer dark modes. 

As a poignant illustration of the importance of dark modes that has been well 
studied in the plasmon literature, let us consider plasmon hybridization in a struc-
ture that is a heptamer consisting of 7 plasmon particles [34, 35]. This structure 
consists of a hexagon of particles, surrounding a central particle. Strictly speaking, 
since each plasmon particle has a 3-fold degenerate resonance (one for each axis), 
the heptamer has 21 normal modes. However, as the heptamer is identical to ben-
zene in terms of symmetry, the 21 modes can be easily classified by symmetry. If 
we focus on modes that couple to excitation offered by in-plane polarized plane 
waves (as would be excited in a normal incidence optical experiment) only a small 
subset of eigenmodes participate. These are the combinations that in infrared spec-
troscopy of benzene would be coined ‘infrared active’. Fig. 3.12 shows the three 
infrared active eigenmodes that couple to y-polarized plane waves (in total there 
are 6 modes that couple to plane waves. The other 3 are obtained by a 90 degree 
rotation of all arrows in Fig. 3.12a). Due to the coupling between particles, these 
three normal modes have both different eigenfrequencies and very different damp-
ing constants. The first mode has all 7 dipole moments approximately aligned and 
hence has a large damping corresponding to a ‘bright’ or ‘superradiant’ mode. The 
other two modes in contrast, have dipole moments that are not all parallel, and 
hence have a much smaller net dipole moment. One of these truly has zero net di-
pole moment and is hence ‘dark’. The other has a residual net dipole moment that 
is not zero and is best described as ‘subradiant’.  

 
 

 
 

 
Fig. 3.12 Plasmon hybridization in a heptamer (a) Arrows indicate the dipole orien-

tation and strength for the three (out of 21) hybridized plasmon modes of a plasmonic 
heptamer (calculated for 100 nm Au particles, spaced by 150 nm in the irreducible rep-
resentation (E1u) that couple to normally incident plane waves with polarization orient-
ed from top to bottom in this plot. b) Extinction of the plasmon heptamer versus excita-
tion wavelength. Dotted line indicates the extinction one would have in absence of the 
sub-radiant mode. c). Amplitudes with which the three modes are excited (at 1 V/m in-
cident field strength). Figure adapted from [36]. 
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Fig. 3.12b shows the calculated scattering spectrum of a plasmon heptamer [36] 
using a dipole model, which is in excellent agreement with, for instance, the ex-
periment and full calculations of Hentschel et al. [35]. The scattering has a broad 
peak, due to the heavily damped superradiant mode. On top of this peak is a nar-
row feature, due to the subradiant mode. The one feature that is remarkable is that, 
although on the subradiant mode resonance the incident field causes a strong exci-
tation of two modes instead of one, the scattering is suppressed and not enhanced. 
The physics is that of interference. The incident light drives a coherent superposi-
tion of two modes, which reradiate light out to the far field. The total scattered in-
tensity is determined by the absolute value squared of the total reradiated field, 
i.e., the fields reradiated by the superradiant and subradiant mode. In this particu-
lar case, the interference of these fields is destructive, giving rise to an apparent 
transparency of the heptamer in scattering around the frequency where the 
subradiant mode is efficiently driven. As the phase of the response of the 
subradiant mode actually sweeps through 180o as the frequency is swept through 
resonance, this interference reverses sign from constructive in the red part of the 
spectrum, to destructive in the blue part of the spectrum, as is evident when we 
compare the extinction in the presence and absence of the subradiant mode 
(dashed line in Fig. 3.12b). Due to the fact that interference between a broad and a 
narrow contribution is hidden in this scattering spectrum, the transparency win-
dow has been likened to ‘electromagnetically induced transparency’, as well as to 
the mathematics of Fano interference. Fano interference is the phenomenon that in 
any system of coupled oscillators with a broad and a narrow oscillator, the re-
sponse to driving either one of the oscillators can show dispersive non-Lorentzian 
lineshapes as a consequence of a change from constructive to destructive interfer-
ence in interaction with the second oscillator. The remarkably narrow plasmonic 
lineshapes of Fano interference due to plasmonic dark modes are attractive for 
sensing and spectroscopy applications, especially given that at transparency a sub-
stantial excitation energy is in the near-field, i.e. in the subradiant resonance. 

3.5.4 Narrow gaps yield high fields 

For separations larger than a few nanometers, the dimer plasmons are well de-
scribed by classical electromagnetic theory and field enhancements depend on the 
material, size and spacing of the particles. In the examples for single particles and 
particle clusters that we have discussed so far, the field strength right at the inter-
face of the metal is not exceedingly large. According to Eq. (3.13) the field 
strength right at the interface of a metal particle compared to the incident field 
strength | |, is approximately 3 / 4 /  which at optical frequen-
cies amounts to about 10 to 50, depending on the choice of metal. Generally, im-
provements do occur when elongating particles, giving rise to somewhat higher 
field enhancements at the sharpest ends. According to the simple plasmon hybridi-
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zation theory outlined in section 3.5.1 the field that is expected inside the gap of a 
plasmon dimer may exceed the single particle value by at most a factor 2 or so. If 
we examine a rigorous classical electrodynamic calculation of the electric field in-
duced in a plasmon dimer when exciting it on resonance with the bonding mode, 
we indeed find a field enhancement in the gap that is larger than that for a single 
particle. Surprisingly, the enhancement significantly exceeds that predicted by the 
simple dipole model: the enhancement in fact reaches very high values that di-
verge to infinity for zero gap size in between the particles. This observation points 
at the fact that a dipole approximation fails to describe the response of plasmon 
particles when they are very close to each other. The approximately dipolar re-
sponse of metal particles in section 3.3 was derived on the assumption that the 
driving fields are constant over the particle size. When the driving field has a 
strong gradient, multipoles are induced as well. For plasmon particles such 
multipoles become increasingly important as the gap between particles becomes 
less than their radius. In this regime, at very small separation, a large field en-
hancement occurs over a very small spatial range confined to the gap, correspond-
ing to excitation of very high order multipoles. While the singular nature of touch-
ing geometries and sharp asperities make a general scaling argument to estimate 
field enhancements difficult, classical electrodynamic numerical simulations have 
shown that field enhancements |E|/|E0|of 100 to 1000 times compared to the inci-
dent field strength can be reached in realistic scenarios, taking into account the 
radiative and Ohmic losses of metals. For gaps below 1 nm quantum mechanical 
effects such as electron tunneling across the dimer junction and screening [37] 
significantly modify the optical response and drastically reduce the electromagnet-
ic field enhancements relative to classical predictions, removing the divergence 
that occurs at zero separation. The high field-enhancements have been among the 
main drivers in the plasmon field, as they would allow spectroscopies such as Ra-
man spectroscopy that are characterized by weak signals that are very often 
masked by unwanted strong signals, such as fluorescence of the specimen, to be 
enhanced by many orders of magnitude. While the actual mechanisms that underly 
so-called Surface Enhanced Raman Spectroscopy (SERS) on plasmon substrates 
are still under debate, there is consensus that high electric field enhancement in 
narrow gaps of up to |E|2/|E0|

2 ~ 104 or above can be routinely achieved.  
By way of illustration, we discuss two examples of the use of plasmon oligomers, 
both shown in Fig. 3.13. The first concerns the well-known `bowtie’ antenna [38], 
that consists of two triangular metal particles in a bowtie arrangement, with a nar-
row gap in between them. Bowtie antennas combine the electromagnetic proper-
ties of sharp metal tips with those of coupled plasmon resonant nanoparticle pairs 
[30]. A closely related geometry is an antenna consisting of two metal nanorods 
placed tip-to-tip [39]. The coupling between the plasmon resonances in these ge-
ometries induces field enhancements in the gap region of up to 1000. Such bow-
ties can be fabricated using state-of-the-art top down lithography techniques with 
gaps that can reproducibly be smaller than 20 nm. Consistent with the ideas of 
plasmon hybridization, such antennas have a very strong response to incident light 
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when excited with light polarized along the bowtie axis. The excitation drives the 
symmetric bright antenna mode, which is resonant typically at around 800 nm for 
bowties of around 300 nm overall size made of gold. This resonance is red-shifted 
from that of the individual triangles, due to the elongated single particle shape and 
the longitudinal dipole moment alignment. The charge separation across the nar-
row gap implies that a very strong electric field is generated in the gap region. The 
high field enhancement of bowtie antennas has been evidenced in a set of experi-
ments that include plasmon enhanced Raman scattering, fluorescence lifetime con-
trol, and the usage of bowtie antennas as near field scanning probe.  
 
 

 
 
Instead of top-down lithographic fabrication of nano-antennas, an alternative ap-
proach uses self-assembly of colloidal nanoparticles that have been synthesized in 
solution. A major advantage of using colloidal particles for bottom-up fabrication 
of antennas is the crystalline nature of the particles. The (near) absence of crystal 
defects reduces electron scattering and minimizes the additional damping of the 
plasmon oscillation. This can result in higher field enhancements compared to 

 

Fig. 3.13 Antenna geometries Left: SEM image of an array of bowtie antennas. In panel
(b) we have visualized the field enhancement using a photopolymerizable resist (SU8 in
this example). After exposure and development of the resist, polymer remains at the hot
spots, i.e., in the antenna gaps. Right panels: TEM image of a three-particle antenna creat-
ed by functionalizing three gold particles with complementary DNA strands. Hybridization
of the strands allows selective formation of trimers with particles of 20, 8 and 5 nm size,
and few-nanometer gaps. An electromagnetic simulation of the field intensity (|E|2, on a
logarithmic color scale covering 4 orders of magnitude) shows a tightly confined hotspot
with 10000 times enhancement of |E|2. Note how inhomogeneous the field is inside the
particles, evidencing that high order multipoles are at play. Figure (a,b) from [38], figure
(c,d) from [40]. 
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lithographically fabricated structures, which are typically poly- or non-crystalline. 
Experiments on an individual single-crystalline gold nanorod for example have 
shown fluorescence enhancements of more than thousand-fold for single dye-
molecules (see section 3.4.5). To achieve even higher enhancements, antennas 
consisting of multiple colloidal nanoparticles can be assembled in solution and 
subsequently deposited on a substrate. Using thiol-chemistry, gold nanoparticles 
can be functionalized with single stranded DNA. By functionalizing nanoparticles 
with complementary strands, oligomers of controlled composition can be formed, 
where the spacing of particles is on the order of 5 nm, as set by the length of the 
DNA strand. For instance, Bidault et al. [40] realized plasmon trimers in this way, 
that consist of gold particles of diameter 20, 8 and 5 nm attached in a linear string 
and with gaps of just a few nanometers. The excitation of the large particle is con-
verted into a strong hot spot in the gap with the next smaller particle. By virtue of 
the self-similarity, an even stronger hot spot is found in the opposing gap at the 
smallest particle. According to electrodynamic calculations, the field enhancement 
in the 1 to 2 nm gaps can be as high as 100, corresponding to a 10.000 times en-
hancement of intensity. Recent measurements of spontaneous emission of dye lo-
calized in the gap [41] confirm the presence of very strongly enhanced fields. The 
compatibility of gold with DNA chemistry and the emergence of techniques like 
DNA origami means that arbitrary scaffolds for bottom-up fabrication of plasmon 
structures with ultrasmall gaps can be created.  

3.5.5 Directional scattering 

Plasmon oligomers are often called `optical antennas’ and likened to radio anten-
nas: they are extremely strongly scattering resonant objects that can be arranged in 
subwavelength arrays that enhance the interaction of external radiation with mat-
ter, i.e., with localized sources and absorbers of light such as molecules and quan-
tum dots. A large benefit of radio antennas is that they provide directionality to 
the process of sending and receiving radiowave signals. Plasmonic antennas can 
likewise impart directionality to emission and absorption of photons by single 
molecules, and other emitters such as quantum dot nanocrystals. To understand 
the physics, let us revisit the workings of the archetypical antenna for radio/TV 
waves that was designed by Yagi and Uda, which is treated in many antenna 
handbooks [42] and depicted in Fig. 3.14. The Yagi-Uda antenna consists of a set 
of dipolar scatterers that surround a single active element, i.e. a single current-
carrying wire. The total size of a Yagi-Uda antenna is a few wavelengths, while 
the pitch between the elements is approximately /3. Scaled to optical frequencies, 
a Yagi-Uda antenna would hence be approximately 1 micron in size, and consist 
of plasmon particles at pitches of 150 nm or so. 
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Let us try to assess how directionality comes about in such an array antenna. In the 
far zone, the field of N dipoles is the sum of far field dipole radiation of each scat-
terer. Let us consider a chain of N dipoles at equidistant separations d along the x 
axis, and with dipole moments of equal magnitudes |p| but different phases  
excited along the z-axis. In this case the far field factorizes as a spherical wave 

, multiplied by the radiation pattern specific to z-oriented dipoles, multiplied 

by a structure factor  
 

.  

 

 
(3.27) 

that accounts for the coherent addition of radiation of the N dipoles. The coherent 
addition contains both geometrical phase differences .  and the phase differ-
ences . Suppose for instance that one would be able to excite the N plasmon 
particles with phase differences that increase linearly from element to element by 
an amount  such that . At a viewing angle  relative to the x-axis, 
the structure factor yields  

| |
sin cosθ

sin cosθ
. 

 
(3.28) 

 

Fig. 3.14 Left: cartoon of a Yagi-UDa antenna. For radio and TV waves such an anten-
na is meter sized, and consists of a single active element (red arrow, connected to current
receiver/source) and a set of rods mounted on a linear mechanical support (thin rod). The
vertical rods are cut to approximately /4 length, and the antenna pitch is at most /3. The
longer rod is called ‘reflector’, while the set of smaller rods are called ‘directors’. When
driven (current through red element, which alone would be an isotropic radiator), the an-
tenna radiates strongly along the axis of the antenna while no radiation emerges on the re-
flector side. Right: scanning electron micrograph of a Yagi-Uda antenna with a response at
optical wavelengths. The total length of the structure is just 1 micron. The five gold parti-
cles (reflector on lower side of antenna) are fabricated using electron beam lithography on
top of an optical waveguide, which is a 500 nm wide silicon nitride strip on a quartz sur-
face. The antenna can interface nanoscale sources and detectors to guided modes that
propagate in the dielectric strip.  
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Analysis of this structure factor shows that, especially when you have many ele-
ments, it is very strongly peaked in a particular direction, namely the direction set 
by cosθ 0. Fig. 3.15 shows the structure facture for different array 
lengths. The sharpness of the structure factor around the peak emission angle in-
creases with the number of dipoles N in the array, allowing for very narrow beams 
using long arrays.  

 
  The reasoning outlined above for the radiation pattern of coherently radiating di-
poles is commonly used as a design tool in radio antenna engineering. In radio an-
tenna engineering, very often one can actually realize driving electronics that rig-
orously imposes a phase and amplitude on each of N dipoles in an array by 
controlling the magnitude and relative phase of currents driving each radiating 
wire in the radio antenna. No such luxury is available in plasmonics, as optics only 
allows a few distinct forms of driving, namely either by a local point source in the 
form of a fluorescent emitter, or in the form of an externally supplied incident 
beam. Controlling the phase of individual elements directly is hence impossible 
since multiple fluorescent sources would not be coherent. However, the essence of 
plasmon antennas is that metal particles that are near each other couple via dipole-
dipole coupling. If we embed a single fluorophore in an array of particles, it drives 
not only the metal particle that it is closest to, but the whole chain of particles is 

 

Fig. 3.15 (Left panel) Polar plot of the structure factor in Eq. (3.28) for a phased array 
in which the phase advance d (with d the array pitch) from one dipole to the next is cho-
sen exactly such that d=kd=2d/. A single source is an isotropic emitter that radiates 
equally into all angles. A strong forward lobe develops for growing number of dipoles N. 
The angle  is measured relative to the antenna axis. (Middle panel) Electromagnetic field
generated by a single emitter (radiating point dipole representing a single molecule) inside
a plasmon antenna consisting of Au particles embedded in a glass matrix, assuming a par-
ticle size of 100 nm and pitch of 150 nm. The field clearly shows that all particles in the 
array are excited and carry large dipole moments, with a phase difference from particle to
particle commensurate with the free space wavelength. The radiation of all these dipole
moments plus that of the molecule itself add together in the far field to give a directional 
radiation pattern. (Right panel) polar plot of the radiated intensity versus angle relative to
the antenna axis for various numbers N of director particles (note that there is always a re-
flector). Beyond N=10 the radiation pattern does not improve further, as the number of 
particles that the molecule can drive is limited. Figure adapted from [46]. 
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excited. The field from the molecule, plus radiation from all the plasmon particles 
finally need to be added together, and a directional radiation pattern ensues. In 
such a scenario the control parameters are firstly the choice of distances between 
particles, and secondly a suitable choice of particle size and shape to engineer the 
magnitude and phase of the complex polarizability of each plasmon particle. 
A particularly powerful example of the physics of such array antennas is the Yagi-
Uda antenna [43–46]. Scaled to optical frequencies, it consists of a single emitter 
surrounded by an array of particles. If the pitch is chosen to be around a third of 
the operation wavelength, and the particles are chosen to be just blue-shifted in 
resonance compared to the emitter, the molecule sets up a travelling wave in the 
particle array that has wave vector almost equal to the free space wavelength. As 
a consequence, the antenna has a structure factor that is very highly peaked in the 
forward direction, causing over 90% of emission to be pointed in a forward lobe 
of small opening angle (around 20o). This type of antenna could be useful for cre-
ating single photon sources for secure quantum communication that are integrated 
in networks of dielectric waveguides. The benefit for microscopy on single mole-
cules or single quantum dot nanocrystals, could be that fluorescence into a narrow 
radiation cone yields one to two orders of magnitude better collection efficiency, 
which would alleviate the need for expensive high NA microscope objectives. In 
principle, the antennas could be cheaply printed on a substrate using imprint nano-
lithography to replicate them from a lithographic master [47]. Thereby plasmon 
array antennas could potentially be useful to realize microscopy substrates that al-
low rapid fluorescence collection with cheap optics, and may improve the bright-
ness of single photon sources that are based on single emitters.  
That the physics of Yagi-Uda plasmon antennas indeed works has been verified in 
a recent experiment by Curto et al [48]. In this experiment, Yagi-Uda antennas 
were fabricated on a glass slide, and one or a few quantum dots were lithograph-
ically grafted onto a single antenna element. The radiation pattern was found to be 
strongly peaked in a forward lobe. Due to the substrate, and contrary to the ideal-
ized calculation, this lobe is not, however, along the antenna axis, but points into 
the substrate under a 45 degree angle. While the structure factor for the Yagi-Uda 
antenna strongly peaks in the forward direction along the antenna axis, it is not 
sufficiently peaked to overcome the fact that on a substrate the single dipole radia-
tion pattern is exceptionally strongly peaked into the direction of the critical angle 
(45 degrees downwards into the glass).  
The Yagi-Uda antenna is just one example of the usefulness of particle clusters to 
provide directivity to emission. Recently it has also been shown that 2D clusters of 
particles, as well as 2D clusters of holes in metal films, can similarly impart direc-
tionality on scattering and on emission by single fluorophores. The advantage of 
2D systems is that directivity enhancement perpendicular to the substrate on 
which the cluster is deposited can be achieved, making such structures useful for 
fluorescence enhancement in microscopy applications. In general, current efforts 
in this direction use lithographically prepared structures because lithography al-
lows to make structures with controlled dimensions (down to 5 nm error) at the 
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required overall sizes that are approximately twice the wavelength (total size 1 or 
2 μm). In principle assembly of linear chains of metal particles with a single emit-
ter at a controlled location could also be possible using self-assembly techniques. 

3.5.6 Lattices of plasmonic particles 

Finally we discuss infinite periodic lattices of plasmon scatterers. From our review 
of finite plasmon particle clusters it is evident that arraying multiple objects to-
gether allows to sharpen resonances, shift resonances, and to obtain very high di-
rectionality. In particular we mention the possibility to enhance sensing and spec-
troscopy through collective lattice resonances. The new physics in lattices 
compared to that of finite clusters is the appearance of very sharp optical features 
that are well known in the physics of gratings as `Wood’s anomalies’ and ‘Ray-
leigh anomalies’. In the context of plasmonics these types of effects have been 
studied both in systems composed of metal particles in a transparent background, 
and in systems that possess the inverse geometry, i.e. holes perforated in thin met-
al films. This second case has opened the new field of ‘Extraordinary Optical 
Transmission’ spawned by the pioneering work of Ebbesen [49], but falls outside 
the scope of this book. We refer the reader to recent reviews [50, 51]. Here we 
discuss periodic arrays of plasmon particles, a subject first studied in detail by the 
groups of Schatz and Van Duyne, and by Rivas et al. [52, 53]. 
The physics of two-dimensional periodic systems of nanoparticles is best appreci-
ated by turning once again to a point dipole model. Suppose that we have a lattice 
of identical particles located on sites  where	 ,  are basis vec-
tor, and p, q are both integers. If the lattice is illuminated under normal incidence, 
this will cause all the polarizable particles to obtain the same dipole moment. This 
dipole moment is once again given by the incident field, plus the field of all di-
poles in the lattice, such that (with  the angle between the induced moments  
and the vectors ).  
 

3 cos 1
4

1
sin
4

. 
 
 
(3.29)

 
This equation can be rewritten as 
 

, 
with 

1
1/

, 

 

 
 
 
(3.30)
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i.e., as if we deal with a lattice of uncoupled particles, but with a renormalized 
polarizability 	that is determined by interactions in the lattice quantified by 
the lattice sum S  

3 cos 1
4

1
sin
4

. 
 
 
(3.31) 

 
Note how the lattice sum S depends on the lattice geometry but not on any proper-
ty of the single particles. In case of oblique incidence with parallel wave vector 
k||,in, i.e. under angle asin (|k||,in |/k), the phase factor  in the lattice sum-
mands is further modified to read ∥, . The lattice sum is not entirely 
trivial to calculate, as it requires a technique borrowed from solid state physics 
called ‘Ewald lattice summation’. Indeed, readers may recognize the lattice sum-
mations from the well-known summation of electrostatic dipole interactions that 
occurs in evaluating Madelung constants.  
An example of the measured extinction through a square grating of plasmon parti-
cles on a substrate is shown in Fig. 3.16 as a function of wavelength (2/ on the 
vertical axis) and incidence angle (actually 2/sin) on the horizontal axis. The 
measurement shows two distinct features.  Firstly at around 680 nm wavelength 
(0.0092 rad/nm) a broad almost angle independent band appears in which trans-
mission is suppressed. This band corresponds to the single particle resonance and 
is due to the resonance in . Secondly, a narrow line crosses obliquely through 
the diagram. This narrow line is contributed by the lattice sum S, and occurs exact-
ly when the lattice allows diffraction of the incident beam into a diffracted beam 
that lies in the lattice plane. Importantly, the lattice sum is strongly structured near 
each of these diffraction conditions, and furthermore is a complex quantity with 
both a real and an imaginary part. The real part causes the resonances of the array, 
i.e., the collective hybridized mode frequencies, to be shifted compared to the sin-
gle particle plasmon resonance at each crossing between the angle-independent 
plasmon band and the angle-dependent resonances in S. The imaginary part of the 
lattice sum can cause a change in linewidth of the collective lattice plasmon reso-
nance. For lattices with pitch below half the wavelength, i.e., lattices so dense that 
no grating diffraction can occur, the radiative damping is typically larger than that 
of single scatterers. This is caused by coherently oscillating dipoles that are in 
phase and are superradiantly damped, in analogy to the bright plasmon modes of a 
dimer as described in section 3.5.2. 
Remarkably, under certain conditions the lattice sum can completely cancel the 
radiative damping of the plasmon particle, giving rise to narrowing of resonance 
features. The physics is that just prior to the emergence of a diffraction order, the 
lattice supports a bound mode that is delocalized in 2D over the entire lattice, but 
bound in the third dimension. Since a significant proportion of the electromagnetic 
field energy resides just outside the metal particles, the loss rate is even lower than 
the Ohmic damping rate of the metal, giving rise to very sharp resonances.  
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Surface lattice resonances in 2D plasmonic arrays are pursued for a variety of ap-
plications. In optical sensing, the sensitivity is often expressed as a figure-of-merit 
according to Eq. (3.21) that we defined for a single particle plasmon sensor. The 
FOM is greatly boosted for arrays by the fact that resonance lines can have a 
linewidth that is an order of magnitude below that of single particles. Thereby 2D 
plasmonic arrays are very suited to measure surface covering layers of analytes 
that present a small index difference. In section 3.4.4 we saw that single plasmon 
particle sensing can even register the binding and unbinding of single proteins 
through a resonance shift. In plasmon particle arrays this is fundamentally impos-
sible, as one relies on probing an extended area. Nonetheless, fractions of a mono-
layer of deposited material can be in principle detected as a resonance shift. 
Advantageously, large field enhancements outside the particle can be obtained due 
to the collective lattice resonance effect. Indeed, the first pursuits of plasmon lat-
tices were focused on realizing substrates for reproducible Surface Enhanced Ra-
man Spectroscopy (SERS) measurements. The groups of Schatz and Van Duyne 
were among the first to propose that so-called Fischer patterns, regularly used in 
the scanning probe microscopy community as topographical calibration samples, 
could be used for this purpose. Fischer patterns are obtained by first growing self-
assembled hexagonally ordered close-packed monolayers of colloids on a glass 
substrate, and subsequently evaporating metal through the voids. Very reproduci-
bly, a lattice of triangular particles with sharp tips and arranged in a pattern with 
hexagonal symmetry inherited from the colloidal lattice results. SERS signals 
from sub-monolayers of molecules (e.g. the DNA base adenine in [54]) can indeed 
be obtained reproducibly in this manner. 

Fig. 3.16 Measured extinction for a lattice of plasmonic nanorods excited along their
long axis as a function of incidence angle (x-axis as in Fig. 3.18) and incident wavelength. 
The interpretation is as in Fig 3.18. Panel B shows a cross cut at normal incidence. Figure 
from [53]. 
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Very recently, plasmonic lattices have also attracted interest as structures to im-
prove the in- and outcoupling of light into high-index semiconductor structures. 
For instance, in the large emerging technology of solid state lighting, materials 
such as GaN and InGaN form the basis of powerful Light Emitting Diodes 
(LEDs). A significant problem in such LEDs is that the light is generated in a lay-
er with very high refractive index (well above 2). Since for high indices the angle 
of incidence on the interface normal beyond which total internal reflection of light 
occurs is small for high refractive indices, most of the generated light is trapped, 
unless roughness or scattering layers are used to improve light outcoupling. Dif-
fractive plasmonic lattices can be easily fabricated using for instance nano-imprint 
lithography on top of LED surfaces. The specific angle- and wavelength depend-
ent resonances of such surface texturing can then be used to improve overall light 
extraction from LEDs for particular colors, as well as causing a redistribution of 
emitted light into particular emission angles. These strategies likewise extend to 
organic light emitting diode layers, where plasmon lattices help to enhance spon-
taneous emission decay rates. 
Conversely to the case of improving light emitting devices, plasmon lattices have 
also been proposed for improving absorption of light by placing a lattice directly 
on top of, e.g., silicon photodiodes. Owing to their ability to redirect light via dif-
fraction, plasmonic lattices increase the overall efficiency of thin photovoltaic 
cells [55]. Also, by suitable engineering of the shape resonances of the individual 
particles narrowband colorfilter arrays have been fabricated directly onto the pix-
els of CMOS camera devices [56]. 
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3.6 Exercises 

1. Drude model for silver: 
a)  Calculate the plasma frequency from the electron density of silver. 
b) What is the Drude damping rate, given the conductivity of silver at DC? 
c) Prove that the polarizability of a silver sphere is a Lorentzian resonance. 
d) Prove that inclusion of radiation damping [3.16]  is formally equivalent to add-

ing extra damping to the Ohmic damping.  How large is the extra damping 
term? Plot the linewidth of the resonance as a function of particle diameter 

e) Prove that the optical theorem holds if you use the polarizability of eq. [3.16]  
in the limit of zero Ohmic damping: Scattering cross section = extinction cross 
section 

f) Plot the “albedo”, as a function of particle size, using the damping rate from 
b), on resonance. The albedo (latin for “whiteness”) denotes the ratio of scat-
tering to extinction. 

 
2. Silicon  is a semiconductor that can be doped with both electrons and 

holes either by implanting donor/acceptor species,  or by creating carriers 
thermally.  

a) Suppose we consider n-type dopes silicon.  What level of doping do we need 
to obtain a plasma frequency of 1 THz?  Is this level of doping realistic? 

b) For what size of particle is the dipole approximation still reasonable? 
c) Plot the extinction cross section of an n-doped Si sphere with the doping from 

a) and the size from exercise b). 
 
3. The optical properties of gold nanorods (which can be synthesized in large 

quantities in solution) are often approximated by assuming the shape to 
be prolate spheroidal (semi-major axis a, two equal semi-minor axes b=c). 

a) Calculate the plasma frequency of gold. How does it compare to the plasma 
frequency for silver found in 1a)? 

b) Plot the depolarization factors L1,2,3 in the range of aspect ratios 1…5. What is 
the depolarization factor for an aspect ratio of 1, i.e. a sphere? 

c) Calculate the scattering and extinction cross sections of a prolate spheroid with 
a = 30 nm and b=c=10 nm, immersed in water (n=1.33). Use the Drude die-
lectric function for gold without radiation damping (see the caption of Fig. 3.1 
for the relevant Drude parameters).  

d) How does the linewidth of this spheroid plasmon compare to the scattering 
linewidth of the 80 nm spherical particle plotted in Fig. 3.2b? What causes the 
broader linewidth for the sphere? 
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4. A single metal particle as a plasmonic biosensor 
a) What determines the figure-of-merit (FOM) of a plasmon biosensor? Which 

shape gold particle would have a higher FOM, a sphere or a prolate spheroid 
with aspect ratio 4? Is the same true for silver? 

b) Assuming a Drude dielectric function, calculate the plasmon wavelength in the 
scattering spectrum for a gold prolate spheroid immersed in water (n=1.33) 
with a semi-major axis of 20 nm and a semi-minor axis of 5 nm. Repeat the 
calculation for the same spheroid immersed in ethanol (n=1.36). 

c) Calculate the FOM for this spheroid (Eq. 3.21). 

 
5. Consider a dimer of two identically sized particles of volume V, at dis-

tance d. We use a Lorentzian expression for the polarizability and consid-
er longitudinal coupling, as in Eq. 3.25 

a) Convince yourself that Eq. 3.25 is correct. 
b) In the text we set damping to zero to derive the resonances, and ignored radia-

tion damping. The resonances are found by taking the determinant of the cou-
pling matrix M (LHS of Eq. 3.25), and finding the roots. Here we consider a 
simple method to judge resonances in hybridization including damping. We 

use normalized units with SPR=1, Ohmic =0.01SPR,  V=0.1 (meaning V 

=0.1(c/SPR) 3. Use a program such as Matlab, Octave or Mathematica to plot 

1/ |det(M)| for various values of d between   and 3(i.e. d= 1 and 3 in 

normalized units) for frequencies from 0.5 SPR to 1.5 SPR. Explain the result-
ing diagrams. What is the width of each peak? 

c) Now we introduce radiation damping through Eq. 3.16, which is equivalent to 

replacing the damping rate with 
 
Ohmic [VSPR)2/c3]SPROhmicSPR

 [VSPR)3/c3] . 
 

In our normalized units this means  is replaced by 0.01+0.0667(SPR
  

Again plot the absolute  value of the inverse determinant.  What happens to the 
peak height and width compared to c? 

d) In Figure 3.11, which plots the response of a dimer upon plane wave excita-
tion,  the blueshifted mode is hardly visible. However, in d),  the blueshifted 
mode appears as a very narrow strong peak.  Why does the blue-shifted mode 
not appear in plane wave driving?  Would it appear under other forms of driv-
ing? 
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3.7 Index 

B 
biosensing, 20 
bright plasmon resonance, 30 

C 
conductivity of a metal, 6 
D 

dark plasmon mode, 30 
dark plasmon modes, 31 
depolarization factor, 13 
dipole approximation 

for spheres, 8 
for spheroids, 13 

directional scattering, 36 
structure factor, 37 

Drude dielectric function, 4 
Drude relaxation time, 6 

E 
electronic density, 5 
extinction cross-section, 11 
F 

field enhancement, 11, 33 
figure-of-merit (FOM), 21 

G 
gradient force, 19 
H 

hybridization, 26 
antibonding resonance, 27 
bonding resonance, 27 

I 
interband transitions, 7 

L 
lattices, 39 

for light emitting diodes, 42 
lattice sum, 40 

M 
microscopy 

bright-field detection, 16 
dark-field scattering, 15 
photoluminescence, 17 
photothermal, 17 

Mie, Gustav, 3 

N 
near-field imaging, 25 

O 
optical antennas 

bowtie, 34 
emission enhancements, 23 

quenching, 24 
self-assembly, 35 
Yagi-Uda, 38 

optical theorem, 12 
optical torque, 20 
optical trapping, 19 

P 
permittivity, 6 
plasma frequency, 5 
polarizability 

of a small sphere, 10 
of a small spheroid, 13 

R 
radiative damping, 13 
Rayleigh scattering law, 11 

S 
scattering cross-section, 11 
single-molecule detection, 22 
single-particle tracking, 18 
sub-radiant damping, 31 
superradiant damping, 31 
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